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Peak: 6.5 nm
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Peak: 11.7 nm
Pdi: 0.553

Peak: 7.5 nm
Pdi: 0.46

Peak: 6.5 nm
Pdi: 0.453

Peak: 11.7 nm
Pdi: 0.492

Peak: 11.7 nm
Pdi: 0.512

Peak: 11.7 nm
Pdi: 0.488

Peak: 11.7 nm
Pdi: 0.541

Peak: 11.7 nm
Pdi: 0.498

Peak: 11.7 nm
Pdi: 0.492

Peak: 11.7 nm
Pdi: 0.491

Peak: 11.7 nm
Pdi: 0.518
Peak: 11.7 nm
Pdi: 0.496

T22-GFP-H6 Molar Ratio 1:1      Molar Ratio 3:1
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