
Size 8.649 nm ± 0.148

PDI 0.388 ± 0.036

Size 25.67 nm ± 0.182

PDI 0.182 ± 0.001

Size 23.793 nm ± 1.445

PDI 0.158 ± 0.019

Size 29.353 nm ± 0.278

PDI 0.201 ± 0.005

Size 3.974 nm ± 0.025

PDI 0.467 ± 0.014

Size 23.59 nm ± 0.103

PDI 0.284 ± 0.013
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