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Mechanical frequency 
control in inductively coupled 
electromechanical systems
Thomas Luschmann1,2,3*, Philip Schmidt1,2,5, Frank Deppe1,2,3, Achim Marx1, 
Alvaro Sanchez4, Rudolf Gross1,2,3 & Hans Huebl1,2,3*

Nano-electromechanical systems implement the opto-mechanical interaction combining 
electromagnetic circuits and mechanical elements. We investigate an inductively coupled nano-
electromechanical system, where a superconducting quantum interference device (SQUID) realizes 
the coupling. We show that the resonance frequency of the mechanically compliant string embedded 
into the SQUID loop can be controlled in two different ways: (1) the bias magnetic flux applied 
perpendicular to the SQUID loop, (2) the magnitude of the in-plane bias magnetic field contributing 
to the nano-electromechanical coupling. These findings are quantitatively explained by the inductive 
interaction contributing to the effective spring constant of the mechanical resonator. In addition, we 
observe a residual field dependent shift of the mechanical resonance frequency, which we attribute to 
the finite flux pinning of vortices trapped in the magnetic field biased nanostring.

The opto-mechanical interaction couples the displacement of a mechanical mode to the resonance frequency of 
an optical resonator. This setting is key for the realization of ultra-sensitive force detectors and the investigation 
of quantum mechanics in the literal  sense1–4. One sub-field of common opto-mechanical systems is the field of 
circuit- or nano- electromechanical systems, where the role of the optical resonator, operating in the terahertz 
range, is taken over by a gigahertz microwave resonator. For the majority of devices, the opto-mechanical inter-
action is realized by capacitive coupling, where the displacement of the mechanical element is transduced into 
a variation of the microwave resonator capacitance, thereby shifting its resonance  frequency5–7. Here, vacuum 
coupling rates have reached the widely reported limit of 300  Hz8–11 and effects such as ground state  cooling12, 
strong  coupling6,13, state  transfer14, mechanical  squeezing15, as well as electromechanically induced transpar-
ency  effects7,16–18 have been reported. Only recently, the concept of inductive coupling, where the mechanical 
displacement is transduced into a change of the resonator inductance and hence resonance frequency, has been 
 demonstrated19–22. This concept offers the potential to significantly increase the single-photon coupling rate g0 
beyond the above-mentioned  limit8–11,23. Devices realizing this concept are based on a direct-current supercon-
ducting quantum interference device (dc-SQUID), incorporated into a coplanar waveguide (CPW) microwave 
resonator. Here, the dc-SQUID can be viewed as a nonlinear, flux-controllable inductor. The integration of a 
mechanically compliant system into one arm of the dc-SQUID enables the opto-mechanical interaction. Notably, 
the mechanical element experiences a backaction fundamentally based on the Lorentz  force19,23–25. This raises 
several interesting questions: (1) Is this effect present in circuit-integrated nano-electromechanical devices, 
(2) does it represent an efficient and fast way to tune the mechanical frequency, and (3) do the magnetic fields 
controlling the optomechanical interaction constant g0 affect the mechanical properties of the device. While 
the tuning of the mechanical frequency has been discussed for in-plane magnetic fields in Ref. 19 and has been 
linked exclusively to the Lorentz force, our measurements suggest a more complex behavior. In particular, we 
find evidence of a change of the string’s intrinsic mechanical properties when applying magnetic fields. With this 
motivation, we present experimental data of a nano-electromechanical system based on an inductive coupling 
scheme, where we explore the tuning of the mechanical resonance frequency as a function of multiple control 
parameters. In the experiment, we observe a flux-dependent shift of the mechanical resonance frequency, which 
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we can quantitatively describe by theoretical predictions. Interestingly, we observe an additional, flux-independ-
ent shift of the mechanical frequency which we attribute to the influence of magnetic flux lines trapped in the 
superconducting nanostring.

Results and discussion
Device and concept. The device investigated in this letter is shown in Fig. 1a–c. A �/4 superconducting 
CPW resonator is short-circuited to ground via a dc-SQUID at one end (cf. Fig. 1b). The inductance of the 
SQUID is flux-dependent, allowing for the control of the resonance frequency via an out-of-plane oriented 
applied magnetic field BOOP . To enable the electromechanical interaction, parts of the SQUID loop are sus-
pended, forming two nanomechanical string oscillators (cf. Fig. 1c). The displacement of the strings modulates 
the effective area of the SQUID and therefore alters the magnetic flux threading the loop (cf. Fig. 1e). Since the 
inductance of the dc-SQUID depends on the applied flux, this in turn results in a modulation of the resonance 
frequency of the microwave resonator. An equivalent circuit representation of the device is presented in Fig. 1d), 
showing a LC-resonator with an additional variable inductance L(x), which is provided by the mechanically 
compliant SQUID and modulated by the time-varying displacement x(t) of the nanostring oscillators. We note 
that the nanostrings support both out-of-plane (OOP) and in-plane (IP) flexural modes. By applying a magnetic 
field parallel (perpendicular) to the chip plane, the circuit becomes sensitive to the OOP (IP) displacement of 
the nanostrings. In this experiment, we use a strong in-plane magnetic field BIP to realize an enhanced elec-
tromechanical interaction, since the in-plane field orientation supports a much higher critical magnetic field 
compared to the OOP  direction26. Additionally, we employ a weak magnetic field BOOP to control the resonance 
frequency of the microwave resonator.

According to Ref. 23, the system can be described in terms of the mechanical displacement X and the center-of-
mass coordinate ϕ+ = (φ1 + φ2)/2 of the SQUID, where φ1 and φ2 are the phase differences across the Josephson 
junctions. The resulting Hamiltonian can be written as

here mr and �m are the mass and the resonance frequency of the mechanical string, �0 the flux quantum and 
E(ϕ+,X) represents the potential energy of the dc-SQUID. As the resonance frequency of the microwave cavity, 
ωc , is much larger than the mechanical resonance frequency ( ωc ≫ �m ), the system operates in the dispersive 
limit and the mechanical displacement along with the corresponding flux change can be considered as static on 
the timescales relevant for the SQUID dynamics. In this limit, the SQUID can be approximated as a harmonic 
oscillator and an expansion of its potential energy in terms of the phase up to second order can be performed. 
The resulting phase-dependent terms describe the dynamic interaction of the electromechanical system, which 
eventually lead to a radiation pressure interaction term of the form Hint = �g0â

†â(b̂† + b̂) , where â and b̂ denote 
the ladder operators of the microwave resonator and mechanical oscillator,  respectively8–10,19,20. To investigate 
the mechanical resonance frequency, we instead focus on the phase-independent term in the expansion, which 
induces a static, but flux-dependent shift of the uncoupled mechanical resonance frequency �0 towards an effec-
tive frequency �m . According  to23, one obtains
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Figure 1.  Device layout and schematic. (a) optical micrograph image of the �/4 coplanar-waveguide 
resonator coupled to a feedline (top) and short-circuited to ground via a flux-dependent inductance formed 
by a dc-SQUID (orange box). (b) Magnified view of the dc-SQUID with freely suspended strings. (c) Tilted 
scanning electron micrograph image of a suspended SQUID structure similar to the one used in this work. 
Note that the actual device features nanostrings of 20µm length. (d) Equivalent circuit representation of the 
device. The CPW resonator is described by means of an effective capacitance C and inductance L, forming an 
LC-oscillator. Additionally, the circuit contains a dynamic inductance (orange), whose magnitude depends on 
the time-varying displacement x(t) of the mechanical element. (e) Illustration of the SQUID with incorporated 
nanostrings and relevant magnetic field directions. The shading illustrates how the motion of the nanostring 
modulates the flux-threaded area of the SQUID-loop due to an in-plane magnetic field BIP.
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here EJ = �(I1 + I2)/4e is the SQUID average Josephson energy with I1,2 representing the critical currents of 
the individual Josephson junctions, l is the length of the string and � its shape  factor24. Furthermore, we have 
introduced S0 =

√

cos2(φb)+ α2 sin2(φb) with the normalized bias flux φb = π�b/�0 , which is generated by 
the control field BOOP . The asymmetry parameter 0 < α < 1 accounts for non-identical Josephson junctions in 
the SQUID and is defined by I1 = I0(1− α) and I2 = I0(1+ α) with the average critical current I0 = (I1 + I2)/2.

The modification of the mechanical resonance frequency reflected in Eq. (2) can be understood as a con-
sequence of a total Lorentz force FL = BIPlI(�) originating from the flux-dependent circulating current I(�) 
of the dc-SQUID. However, as the area of the SQUID perpendicular to BIP and therefore the total flux � is 
modulated by the mechanical motion of the nanostring (cf. Fig 1e), a displacement-dependent restoring force 
is obtained. This corresponds to an effective change in the strings stiffness and hence a modification of the 
mechanical resonance frequency. Note that this type of backaction is different from the shift in �m caused by 
the opto-mechanical  interaction2,27.

The device depicted in Fig. 1a–c is fabricated using standard nanofabrication techniques, double-layer shadow 
evaporation of aluminium and reactive ion etching on high resistivity silicon (see Ref. 20 for the fabrication 
details of this particular device). The suspended nanostrings have dimensions of (l,w, t) = (20, 0.2, 0.11)µm , 
resulting in an effective mass of mr = 0.6 pg and mechanical out-of-plane frequencies of �m/2π ≈ 5.8MHz at 
millikelvin temperatures.

Device characterization. We start with the characterization of the flux-tunable CPW resonator using 
microwave transmission measurements. We record the frequency dependent complex transmission using a vec-
tor network analyzer for various OOP flux bias values �b . The results are shown in Fig. 2a for BIP = 0 . The 
resonance frequency of the microwave resonator, ωc , is visible as a dark blue feature in the color-coded scattering 
parameter |S21|2 . We observe a maximum frequency of ωc/2π ≈ 7.45GHz , which decreases as �b is increased 
due to the increasing Josephson inductance of the SQUID. This effect is periodic in �b as expected for such 
 resonators19,20,28,29 and allows for the experimental control of the resonance frequency over a range of roughly 
750MHz . In zero-(OOP)-field we find a total linewidth of κ/2π ≈ 2.5MHz and a minimum Josephson induct-
ance of the SQUID LJ = 0.36 nH . A more detailed analysis of this device is presented in Ref. 20.

In order to investigate the impact of the electromechanical system on the mechanical subsystem’s frequency, 
we analyze the properties of the mechanical resonator as function of �b and the in-plane bias field BIP . To this 
end, we record a thermal displacement spectrum of the anti-Stokes field as illustrated in Fig. 2b. In detail, we 
inject a weak probe tone, which is resonant with the microwave resonator [ ωp = ωc(�b) ]. In addition, a second, 
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Figure 2.  Characterization of the electromechanical circuit. (a) Calibrated microwave transmission magnitude 
as a function of the normalized applied magnetic flux. The flux-dependent inductance of the circuit allows for 
the adjustment of the resonance frequency from 7.45 to 6.6 GHz. A parasitic resonance is visible around 7.3 
GHz. Colored dashed reference lines correspond to the flux bias points at which the mechanical resonance 
frequency is analyzed in detail. (b) Overview of the relevant frequencies and microwave tones used in the 
measurement. For the determination of the mechanical resonance frequency �m we perform spectral analysis of 
the anti-Stokes field. (c) Voltage power spectral density of the demodulated probe tone, analyzed around its anti-
Stokes peak at various flux bias points (see labels next to the data trace) for a fixed in-plane field of BIP = 35mT . 
The spectra are offset by 0.3 µV

2/Hz each for clarity. The Lorentz-shaped mechanical resonance features shift to 
higher frequencies by roughly 1 kHz as the normalized flux bias is decreased.
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weaker stabilizer tone is applied at ωstab = ωc(�b)+ 500 kHz (not shown). The transmission of the stabilizer 
tone constitutes the error signal input used for the active feedback provided via BOOP to counteract any mag-
netic field fluctuations. We use tones with small detuning and ultra-low powers ( Pstab < Pprobe < 2fW ) to avoid 
opto-mechanical heating and cooling effects as well as the resulting frequency shift (opto-mechanical spring 
effect)2,20,27.

The thermal displacement noise of the nanostring modulates the inductance of the SQUID and thus ωc . The 
resulting sidebands, which correspond to the Stokes and anti-Stokes field, appear at ωp ±�m(�b) . We downcon-
vert the signal at ωc(�b)+ 3.5MHz and selectively record the spectral density of the anti-Stokes field. The data 
can then be fitted with a Lorentzian lineshape to characterize the mechanical oscillator. We extract the mechani-
cal resonance frequency �m/2π ≈ 5.8MHz and the linewidth Ŵm/2π ≈ 20Hz , corresponding to Q ≈ 290000 . 
Based on Eq. (2) we expect an evolution of �m with BOOP or flux bias �b . Fig. 2c shows the recorded voltage 
power spectral density for various flux bias points and a fixed BIP of 35mT . Similar to the behavior of the micro-
wave resonator, the mechanical frequency appears to decrease with an increasing flux bias applied to the SQUID.

Mechanical frequency control. To gain a deeper understanding of the effects at play, we perform the 
previously described experiment at various flux bias points �b covering the full periodicity of the microwave 
resonator frequency. In addition, we repeat these flux sweeps for various in-plane magnetic fields ranging from 
6.2 to 35 mT. The extracted mechanical resonance frequencies are plotted in Fig. 3. We note that the electrome-
chanical coupling is strongly suppressed at small flux bias ( |�b/�0| < 0.1 ). Therefore, to verify the data in this 
regime, a piezoelectric actuator attached to the sample was used to resonantly drive the mechanical motion and 
increase the signal strength.

As shown in Fig. 3, the mechanical resonance frequency �m approximately shows a parabolic tuning behavior 
with respect to the applied flux bias. We observe a maximum tuning of roughly 1 kHz at the maximum applied 
in-plane field, BIP = 35mT . We compare these results with the theoretical prediction by fitting the data to Eq. (2), 
choosing EJ and �0 as the only free fit parameters. The SQUID asymmetry is fixed to a small value of α = 1% to 
account for minor fabrication deviations of the Josephson junctions, while the remainder of the device parameters 
has been determined in previous  experiments20 and are summarized in Supplementary Table 1. The resulting 
model precisely describes our experimental findings, confirming the hypothesis that the shift of the mechani-
cal resonance frequency is indeed caused by the Lorentz force acting on the nanostring within the SQUID. The 
good reproduction of the data by the model also suggests that the mechanical resonance frequency can be tuned 
quasi-continuously to any point described by Eq. (2). However, an analysis of the determined fit parameters (see 
inset) reveals that the uncoupled resonance frequency �0 increases by several hundred Hz as BIP is increased, 
an effect that is not accounted for by the theoretical description of the electromechanical system [cf. Eq. (2)]. 
We want to emphasize the distinction between this unpredicted shift in �0 and the frequency tuning behaviour 
attributed to the Lorentz force: The change in mechanical frequency depending on the bias flux �b penetrating 
the SQUID loop, as measured and modelled in Fig. 3, is well understood as a consequence of the Lorentz force 

Figure 3.  Flux- and field-dependence of the mechanical resonance frequency. Extracted mechanical 
resonance frequency as a function of the applied bias flux through the SQUID loop, measured at different 
in-plane fields BIP ranging from 6.2 to 35 mT. Open circles correspond to data gathered by measurement of the 
thermal motion, while triangular data points are acquired with a piezoelectric actuator resonantly driving the 
mechanical motion. Lines are fits to the data according to Eq. (2) with EJ and �0 as the only free fit parameters. 
The inset shows �0 as a function of the applied in-plane field as extracted from the fits as well as a power-law fit 
(black line) revealing �0 ∝ B

1.81
IP  . The increase suggests an additional contribution not included in the presented 

model and is discussed in the main text. Statistical error bars are smaller than the symbol size.
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acting on the oscillating nanostring. It can be described either by Eq. (2) or using a slightly different derivation 
as found in Ref. 19. Both descriptions share the same physical origin, i.e. a change in the SQUIDs circulating cur-
rent due to the displacement of a mechanical element, which in turn experiences an effective spring stiffening. 
Our study of the mechanical resonance frequency as function of the in-plane bias field and the bias flux control-
ling the inductance of the SQUID allows us to quantitatively account for this Lorentz force based mechanism. 
Comparing this quantitative model with our experimental data, we can distinguish and extract the additional, 
field-dependent frequency shift ��0 (Fig. 3 inset), which is not accounted for by either of the above mentioned 
theoretical models.

Discussion of the additional frequency shift. Confronted with the unknown physical origin of this 
additional effect, we discuss various scenarios which could explain the BIP-dependence of �0 . One possible 
mechanism could be the volume change of the superconducting aluminium as the in-plane field approaches its 
critical  field30. However, the commonly reported length changes on the order of �V/V ≈ 10−8 are too small to 
explain the observed frequency shifts ��m/�m ≈ 10−4 . Higher order contributions to the opto-mechanical 
interaction, specifically the quadratic opto-mechanical coupling, would result in a B2IP-dependence of �m

31. How-
ever, for our device parameters, we expect a frequency shift on the order of a few Hz and hence refrain from this 
conjecture. We also consider that the flux captured by the SQUID loop and the corresponding magnetic moment 
could give rise to a modification of the mechanical frequency if the device acts as a torque  magnetometer32–35. 
However, controlling the number of flux quanta in the SQUID loop via BOOP allows us to rule out this conjecture 
(for details see Supplementary Note 2).

Finally, we draw parallels to vibrating reed experiments, which were able to measure the stiffness of the 
flux line lattice (FLL) in type-II superconductors and its influence on mechanical  properties36,37. In particular, 
the FLL can exhibit quasi-elastic properties, couple to the motion of the atomic lattice and hence influence the 
mechanical resonance frequency. The strength of this coupling is quantified by the Labusch parameter αL(B,T) . 
Notably, in the case of very thin superconductors, as used for our experiment, the expected frequency change 
is �2 = �2

0
+ αL(B)/ρ

37. The field-dependence of αL(B) exhibits a power-law behavior αL(B) ∝ Bk where k can 
vary significantly across materials. While we are not aware that this effect has been reported for aluminium, suf-
ficiently thin aluminium films can behave in ways characteristic of type-II  superconductors38,39. Studies of other 
type-II superconductors find a range of k ≈ 2± 0.5 and αL ≈ 10

12 to 1015 N/m437,40,41. Fitting our experimental 
data with a power-law (Fig. 3 inset) we find αL ∝ B1.81IP  and αL(35 mT) = 7.88× 10

14
N/m4 , showing agreement 

with the reported values. While this suggests that flux line pinning is at the origin of the mechanical frequency 
shift, further investigations are warranted to fully confirm this hypothesis.

Conclusion
In summary, we present a detailed study of frequency tuning effects on a nanostring in an electromechanical 
system. We find a pronounced shift ( > 50Ŵm ) in the mechanical resonance frequency as function of the flux bias 
condition of the SQUID. This �b-dependent frequency shift is distinct from frequency shifts based on the opto-
mechanical interaction and is quantitatively explained by an interaction induced by the SQUID via the Lorentz 
force. The ability to shift the mechanical resonance frequency using the flux bias of the SQUID allows for fast 
in-situ frequency modulation, which could be employed e.g. for parametric driving of the mechanical element. 
Furthermore, our detailed modelling reveals a previously unobserved field-dependent frequency shift that we 
attribute to the additional mechanical stiffness induced by the flux line lattice in the aluminium nanostring. This 
underlines the mechanical sensing capabilities of nanostrings and their potential applications in material science. 
The reduced size of this particular system promises a path to the investigation of the mechanical properties of few 
or individual flux lines. The detailed understanding of the frequency shifts, as it is presented in this work, is of 
utmost importance for applications relying on the precise in-situ control of the mechanical resonator frequency.

Methods
Microwave setup. All experiments are performed in a dilution refrigerator at a temperature of approxi-
mately 85mK using spectroscopy schemes such as microwave transmission experiments and thermal sideband 
noise spectroscopy. A detailed description of the microwave detection setup can be found in Ref. 20.

Packaging and magnetic field control. To apply the strong in-plane and the weak out-of-plane mag-
netic field to the nano-electromechanical circuit, we position the chip in a superconducting solenoid magnet and 
mount a small superconducting coil on the sample enclosure. While the IP superconducting solenoid is used to 
apply fields of up to 35mT, the field provided by the OOP coil is limited to 1 mT. In order to achieve undisturbed 
exposure of the device to BIP , we operate without magnetic shielding. As a consequence, the device is subject to 
fluctuations in the static magnetic field which are actively compensated by a feedback loop using the OOP coil 
as control entity.
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Experimental data are available upon reasonable request at the corresponding author.

Received: 23 September 2021; Accepted: 12 January 2022

References
 1. Abbott, B. P. et al. Observation of gravitational waves from a binary black hole merger. Phys. Rev. Lett. 116, 061102. https:// doi. 

org/ 10. 1103/ PhysR evLett. 116. 061102 (2016).
 2. Aspelmeyer, M., Kippenberg, T. J. & Marquardt, F. Cavity optomechanics. Rev. Mod. Phys. 86, 1391–1452. https:// doi. org/ 10. 1103/ 

RevMo dPhys. 86. 1391 (2014).
 3. Chan, J. et al. Laser cooling of a nanomechanical oscillator into its quantum ground state. Nature 478, 89–92. https:// doi. org/ 10. 

1038/ natur e10461 (2011).
 4. Delić, U. et al. Cooling of a levitated nanoparticle to the motional quantum ground state. Science 367, 892–895. https:// doi. org/ 

10. 1126/ scien ce. aba39 93 (2020).
 5. Regal, C. A., Teufel, J. D. & Lehnert, K. W. Measuring nanomechanical motion with a microwave cavity interferometer. Nat. Phys. 

4, 555–560. https:// doi. org/ 10. 1038/ nphys 974 (2008).
 6. Teufel, J. D. et al. Circuit cavity electromechanics in the strong-coupling regime. Nature 471, 204–208. https:// doi. org/ 10. 1038/ 

natur e09898 (2011).
 7. Zhou, X. et al. Slowing, advancing and switching of microwave signals using circuit nanoelectromechanics. Nat. Phys. 9, 179–184. 

https:// doi. org/ 10. 1038/ nphys 2527 (2013).
 8. Blencowe, M. P. & Buks, E. Quantum analysis of a linear dc SQUID mechanical displacement detector. Phys. Rev. B 76, 014511. 

https:// doi. org/ 10. 1103/ PhysR evB. 76. 014511 (2007).
 9. Buks, E., Zaitsev, S., Segev, E., Abdo, B. & Blencowe, M. P. Displacement detection with a vibrating rf superconducting interference 

device: Beating the standard linear limit. Phys. Rev. E 76, 026217. https:// doi. org/ 10. 1103/ PhysR evE. 76. 026217 (2007).
 10. Nation, P. D., Suh, J. & Blencowe, M. P. Ultrastrong optomechanics incorporating the dynamical Casimir effect. Phys. Rev. A 93, 

022510. https:// doi. org/ 10. 1103/ PhysR evA. 93. 022510 (2016).
 11. Reed, A. P. et al. Faithful conversion of propagating quantum information to mechanical motion. Nat. Phys. 13, 1163–1167. https:// 

doi. org/ 10. 1038/ nphys 4251 (2017).
 12. Teufel, J. D. et al. Sideband cooling of micromechanical motion to the quantum ground state. Nature 475, 359–363. https:// doi. 

org/ 10. 1038/ natur e10261 (2011).
 13. Peterson, G. A. et al. Ultrastrong parametric coupling between a superconducting cavity and a mechanical resonator. Phys. Rev. 

Lett. 123, 247701. https:// doi. org/ 10. 1103/ PhysR evLett. 123. 247701 (2019).
 14. Palomaki, T. A., Harlow, J. W., Teufel, J. D., Simmonds, R. W. & Lehnert, K. W. Coherent state transfer between itinerant microwave 

fields and a mechanical oscillator. Nature 495, 210–214. https:// doi. org/ 10. 1038/ natur e11915 (2013).
 15. Wollman, E. E. et al. Quantum squeezing of motion in a mechanical resonator. Science 349, 952–5. https:// doi. org/ 10. 1126/ scien 

ce. aac51 38 (2015).
 16. Singh, V. et al. Optomechanical coupling between a multilayer graphene mechanical resonator and a superconducting microwave 

cavity. Nat. Nanotechnol. 9, 820–824. https:// doi. org/ 10. 1038/ nnano. 2014. 168 (2014).
 17. Hocke, F. et al. Electromechanically induced absorption in a circuit nano-electromechanical system. New J. Phys. 14, 123037. 

https:// doi. org/ 10. 1088/ 1367- 2630/ 14/ 12/ 123037 (2012).
 18. Weber, P., Güttinger, J., Noury, A., Vergara-Cruz, J. & Bachtold, A. Force sensitivity of multilayer graphene optomechanical devices. 

Nat. Commun. 7, 12496. https:// doi. org/ 10. 1038/ ncomm s12496 (2016).
 19. Rodrigues, I. C., Bothner, D. & Steele, G. A. Coupling microwave photons to a mechanical resonator using quantum interference. 

Nat. Commun. 10, 5359. https:// doi. org/ 10. 1038/ s41467- 019- 12964-2 (2019).
 20. Schmidt, P. et al. Sideband-resolved resonator electromechanics based on a nonlinear Josephson inductance probed on the single-

photon level. Commun. Phys. 3, 233. https:// doi. org/ 10. 1038/ s42005- 020- 00501-3 (2020).
 21. Zoepfl, D., Juan, M. L., Schneider, C. M. F. & Kirchmair, G. Single-photon cooling in microwave magnetomechanics. Phys. Rev. 

Lett. 125, 023601. https:// doi. org/ 10. 1103/ PhysR evLett. 125. 023601 (2020).
 22. Bera, T., Majumder, S., Sahu, S. K. & Singh, V. Large flux-mediated coupling in hybrid electromechanical system with a transmon 

qubit. Commun. Phys. 4, 1–7. https:// doi. org/ 10. 1038/ s42005- 020- 00514-y (2021).
 23. Shevchuk, O., Steele, G. A. & Blanter, Y. M. Strong and tunable couplings in flux-mediated optomechanics. Phys. Rev. B 96, 014508. 

https:// doi. org/ 10. 1103/ PhysR evB. 96. 014508 (2017).
 24. Poot, M. et al. Tunable backaction of a DC SQUID on an integrated micromechanical resonator. Phys. Rev. Lett. 105, 207203. 

https:// doi. org/ 10. 1103/ PhysR evLett. 105. 207203 (2010).
 25. Etaki, S. et al. Motion detection of a micromechanical resonator embedded in a d.c. SQUID.. Nat. Phys 4, 785–788. https:// doi. 

org/ 10. 1038/ nphys 1057 (2008).
 26. Meservey, R. & Tedrow, P. M. Properties of very thin aluminum films. J. Appl. Phys. 42, 51–53. https:// doi. org/ 10. 1063/1. 16596 48 

(1971).
 27. Teufel, J. D., Harlow, J. W., Regal, C. A. & Lehnert, K. W. Dynamical backaction of microwave fields on a nanomechanical oscillator. 

Phys. Rev. Lett. 101, 197203. https:// doi. org/ 10. 1103/ PhysR evLett. 101. 197203 (2008).
 28. Sandberg, M. et al. Tuning the field in a microwave resonator faster than the photon lifetime. Appl. Phys. Lett. 92, 203501. https:// 

doi. org/ 10. 1063/1. 29293 67 (2008).
 29. Pogorzalek, S. et al. Hysteretic flux response and nondegenerate gain of flux-driven Josephson parametric amplifiers. Phys. Rev. 

Applied 8, 024012. https:// doi. org/ 10. 1103/ PhysR evApp lied.8. 024012 (2017).
 30. Ott, H. R. The volume change at the superconducting transition of lead and aluminum. J. Low Temp. Phys. 9, 331–343. https:// doi. 

org/ 10. 1007/ BF006 54850 (1972).
 31. Liao, J.-Q. & Nori, F. Single-photon quadratic optomechanics. Sci. Rep. 4, 6302. https:// doi. org/ 10. 1038/ srep0 6302 (2015).
 32. Kamra, A. et al. An all-electrical torque differential magnetometer operating under ambient conditions. Eur. Phys. J. B 88, 224. 

https:// doi. org/ 10. 1140/ epjb/ e2015- 60380-2 (2015).
 33. Kamra, A., Schreier, M., Huebl, H. & Goennenwein, S. T. B. Theoretical model for torque differential magnetometry of single-

domain magnets. Phys. Rev. B 89, 184406. https:// doi. org/ 10. 1103/ PhysR evB. 89. 184406 (2014).
 34. Petkovic, I., Lollo, A. & Harris, J. G. E. Phase-slip statistics of a single isolated flux-biased superconducting ring. Phys. Rev. Lett. 

125, 067002. https:// doi. org/ 10. 1103/ PhysR evLett. 125. 067002 (2020).
 35. Misakian, M. Equations for the magnetic field produced by one or more rectangular loops of wire in the same plane. J. Res. Natl. 

Inst. Stand. Technol. 105, 557. https:// doi. org/ 10. 6028/ jres. 105. 045 (2000).
 36. Brandt, E. H., Esquinazi, P. & Neckel, H. A superconducting vibrating reed applied to flux-line pinning. I. Theory. J. Low Temp. 

Phys. 63, 187–214 (1986).
 37. Esquinazi, P. Vibrating superconductors. J. Low Temp. Phys. 85, 139–232. https:// doi. org/ 10. 1007/ BF006 81969 (1991).

https://doi.org/10.1103/PhysRevLett.116.061102
https://doi.org/10.1103/PhysRevLett.116.061102
https://doi.org/10.1103/RevModPhys.86.1391
https://doi.org/10.1103/RevModPhys.86.1391
https://doi.org/10.1038/nature10461
https://doi.org/10.1038/nature10461
https://doi.org/10.1126/science.aba3993
https://doi.org/10.1126/science.aba3993
https://doi.org/10.1038/nphys974
https://doi.org/10.1038/nature09898
https://doi.org/10.1038/nature09898
https://doi.org/10.1038/nphys2527
https://doi.org/10.1103/PhysRevB.76.014511
https://doi.org/10.1103/PhysRevE.76.026217
https://doi.org/10.1103/PhysRevA.93.022510
https://doi.org/10.1038/nphys4251
https://doi.org/10.1038/nphys4251
https://doi.org/10.1038/nature10261
https://doi.org/10.1038/nature10261
https://doi.org/10.1103/PhysRevLett.123.247701
https://doi.org/10.1038/nature11915
https://doi.org/10.1126/science.aac5138
https://doi.org/10.1126/science.aac5138
https://doi.org/10.1038/nnano.2014.168
https://doi.org/10.1088/1367-2630/14/12/123037
https://doi.org/10.1038/ncomms12496
https://doi.org/10.1038/s41467-019-12964-2
https://doi.org/10.1038/s42005-020-00501-3
https://doi.org/10.1103/PhysRevLett.125.023601
https://doi.org/10.1038/s42005-020-00514-y
https://doi.org/10.1103/PhysRevB.96.014508
https://doi.org/10.1103/PhysRevLett.105.207203
https://doi.org/10.1038/nphys1057
https://doi.org/10.1038/nphys1057
https://doi.org/10.1063/1.1659648
https://doi.org/10.1103/PhysRevLett.101.197203
https://doi.org/10.1063/1.2929367
https://doi.org/10.1063/1.2929367
https://doi.org/10.1103/PhysRevApplied.8.024012
https://doi.org/10.1007/BF00654850
https://doi.org/10.1007/BF00654850
https://doi.org/10.1038/srep06302
https://doi.org/10.1140/epjb/e2015-60380-2
https://doi.org/10.1103/PhysRevB.89.184406
https://doi.org/10.1103/PhysRevLett.125.067002
https://doi.org/10.6028/jres.105.045
https://doi.org/10.1007/BF00681969


7

Vol.:(0123456789)

Scientific Reports |         (2022) 12:1608  | https://doi.org/10.1038/s41598-022-05438-x

www.nature.com/scientificreports/

 38. Brandt, B. L., Parks, R. D. & Chaudhari, R. D. Intermediate state of thin superconductors. J. Low Temp. Phys. 4, 41–63. https:// doi. 
org/ 10. 1007/ BF006 28436 (1971).

 39. Khukhareva, I. The superconducting properties of thin aluminum films. Sov. Phys. JETP 16, 828 (1963).
 40. Gupta, A. et al. Vibrating reed studies on high-Tc superconductors. Bull. Mater. Sci. 14, 877–882. https:// doi. org/ 10. 1007/ BF027 

44742 (1991).
 41. Kober, J., Gupta, A., Esquinazi, P., Braun, H. F. & Brandt, E. H. Vibrating-reed experiments on superconducting suspensions. Phys. 

Rev. Lett. 66, 2507–2510. https:// doi. org/ 10. 1103/ PhysR evLett. 66. 2507 (1991).

Acknowledgements
This project has received funding from the European Union’s Horizon 2020 research and innovation program 
under Grant agreement No 736943 and from the Deutsche Forschungsgemeinschaft (DFG, German Research 
Foundation) under Germany’s Excellence Strategy-EXC-2111-390814868. A.S. acknowledges funding from 
ICREA Academia, Generalitat de Catalunya. We gratefully acknowledge valuable scientific discussions with 
D. Koelle.

Author contributions
P.S. designed and fabricated the sample. T.L. performed the experiments. H.H., T.L. and P.S. built the measure-
ment setup. T.L. performed theoretical modeling and analysis of the data. A.S. provided theoretical support to 
the interpretation of the data. T.L and H.H wrote the paper. H.H. and R.G. conceived the experiment. F.D. and 
A.M. supported the SQUID fabrication. H.H., R.G., F.D. and A.M. supervised the project. All authors discussed 
the results and contributed to the manuscript.

Funding
Open Access funding enabled and organized by Projekt DEAL.

Competing interests 
The authors declare no competing interests.

Additional information
Supplementary Information The online version contains supplementary material available at https:// doi. org/ 
10. 1038/ s41598- 022- 05438-x.

Correspondence and requests for materials should be addressed to T.L. or H.H.

Reprints and permissions information is available at www.nature.com/reprints.

Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the 
Creative Commons licence, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons licence, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons licence and your intended use is not 
permitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from 
the copyright holder. To view a copy of this licence, visit http:// creat iveco mmons. org/ licen ses/ by/4. 0/.

© The Author(s) 2022

https://doi.org/10.1007/BF00628436
https://doi.org/10.1007/BF00628436
https://doi.org/10.1007/BF02744742
https://doi.org/10.1007/BF02744742
https://doi.org/10.1103/PhysRevLett.66.2507
https://doi.org/10.1038/s41598-022-05438-x
https://doi.org/10.1038/s41598-022-05438-x
www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/

	Mechanical frequency control in inductively coupled electromechanical systems
	Results and discussion
	Device and concept. 
	Device characterization. 
	Mechanical frequency control. 
	Discussion of the additional frequency shift. 

	Conclusion
	Methods
	Microwave setup. 
	Packaging and magnetic field control. 

	References
	Acknowledgements


