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Improving the energy product of hard magnetic materials
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A route toward enhancing the energy product (BH)max of permanent magnetic materials, at room tempera-
ture, based on ferromagnetic-~FM-! antiferromagnetic~AFM! exchange interactions has been developed. The
exchange coupling, which is induced by ball milling hard magnetic SmCo5 with AFM NiO powders, results in
an enhancement of coercivityHC and squareness ratioMR /MS ~remnant-saturation magnetizations!, which
depends on the FM:AFM ratio and the processing conditions. However, the presence of the AFM in the
composite results also in a competing effect, i.e., reduction of the overall saturation magnetization, which
decreases (BH)max. Nevertheless, it has been found that after an optimization of the FM:AFM ratio and the
milling conditions it is possible to achieve an improvement of (BH)max.
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During the last few decades the improvement of the p
manent magnet quality has been mainly centered on the
velopment of materials with high magnetic anisotropi
such as SmCo5 or NdFeB.1,2 However, due, in part, to the
difficulty of finding ferromagnetic materials with eve
increasing magnetocrystalline anisotropies, a class of per
nent magnets, based on the exchange interactions bet
hard and soft magnetic phases, has been proposed.3–5 In
these composites, usually denoted as spring magnets, th
romagnetic exchange interactions result in an increase o
remanent and saturation magnetizationsMR andMS as well
as their ratioMR /MS . However, the presence of a soft pha
usually induces a decrease of the coercivityHC when com-
pared to the hard phase alone.4 Nevertheless, despite theHC
reduction, the energy product of the composites can be
hanced when their microstructure is optimized.5

In this framework, we have recently demonstrated tha
significantHC enhancement in hard magnetic materials c
be achieved by means of exchange interactions between
romagnetic~FM! and antiferromagnetic~AFM! phases~ex-
change bias!.6 Exchange bias, which typically results in
shift and a widening of the hysteresis loop, has been ex
sively studied, especially in thin films, because of the role
the loop shift in spin-valve devices.7 However, despite its
potential technological interest,HC enhancement has bee
much less studied.8 In this paper we exploit this latter effec
in powder systems to demonstrate that, under suitable co
tions, AFM-FM coupling can not only lead toHC enhance-
ments, but also to the improvement of the figure of merit
permanent magnet materials, i.e., the energy prod
(BH)max. However, the reduction of the overallMS of the
composites due to the presence of the AFM phase has t
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taken into account. Thus, similar to spring magne
AFM-FM exchange interactions also result in two oppos
effects. Consequently, tuning of the FM/AFM ratio is nece
sary to accomplish (BH)max enhancements at room temper
ture.

It has been demonstrated that ball milling FM with AF
particles is an effective way to create a large number
FM/AFM interfaces.9 However, studies of AFM-FM cou-
pling in mechanically milled materials are scarce.10,11 More-
over, in most studies of small particles, the AFM-FM inte
actions take place only at low temperatures, either beca
the Néel temperatureTN is below room temperature or th
AFM grains are so small that they behave superparamag
cally at room temperature.12

In this study we have ball milled hard-FM SmCo5 ~Ref.
13! ~99%, 230 mesh! alone and together with NiO~99%,
2325 mesh!, in the weight ratios of SmCo5:NiO 3:1, 3:2,
and 1:1. SinceTN ~NiO! is about 525 K, the effects o
AFM-FM coupling can be achieved at room temperatu
The milling has been carried out in a planetary ball m
using agate vials and agate balls, under argon atmosphe
500 rpm and with a ball to powder weight ratio of 2:1. Th
milling time ranges from 0.25 to 32 h. The structural cha
acterization has been performed by x-ray diffraction~XRD!,
from which the patterns have been fitted using the Rietv
method to determine the crystallite sizes and microstrain14

In addition, the morphology and composition developed d
ing the different stages of milling have been analyzed
scanning electron microscopy~SEM!, including energy-
dispersive x-ray analyses~EDX!, in powders embedded in
epoxy resin and polished with diamond paste. The magn
measurements have been performed using an extraction
©2002 The American Physical Society20-1
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netometer, with a maximum applied field ofm0H523 T, in
tightly packed isotropic powders. The angular dependenc
the magnetization was measured using vector magnetom
in a field of m0H55 T, in oriented powders embedded
resin.

Shown in Fig. 1 are the XRD patterns of SmCo5 milled
with NiO in a weight ratio of 3:1, for 0.25, 8, and 32 h. A
can be seen in the figure, no extra peaks, apart from thos
SmCo5 and NiO, appear during the milling. Further, the d
fraction peaks are not found to shift in angle as the milli
proceeds, indicating the absence of significant atomic in
diffusion between both components. However, a remarka
broadening of the peaks is observed, which is mainly att
uted to the crystallite size reduction and the microstrain
crease during the milling. In the inset, the milling time d
pendence of SmCo5 crystallite size^D&SmCo5 is shown for
different NiO contents. For all compositions,^D&SmCo5 is
found to decrease steeply for short milling times~^D&SmCo5
543 nm for the starting powders! leveling off at values
below 10 nm after long-term milling. In addition, slightl
smaller values of the stacking fault probabilitya are found
for increasing NiO content, although they remain relative
small for all compositions, even for long-term millin
@e.g., aSmCo5 (32 h);331023, aSmCo51NiO (32 h);1
31023#. Moreover, microstrains,̂e2&1/2, are found to in-
crease with milling time for all compositions. However the
remain similar for the different SmCo5:NiO ratios during the
milling ~e.g., ^e2&1/2;831023 after milling for 32 h!. The
small crystallite sizes and large microstrains for long milli
times imply severe plastic deformation and hence a high
gree of structural disorder.2,15 Nevertheless, when SmCo5 is

FIG. 1. XRD patterns of SmCo5 milled with NiO during 0.25, 8,
and 32 h in the weight ratio of 3:1. In the inset, milling time d
pendence of the SmCo5 crystallite size ^D&SmCo5 for the
SmCo5 :NiO weight ratios 1:0~--h--!, 3:1 ~—d—!, 3:2 ~—m—!,
and 1:1~—L—!. Note that, for clarity, the crystallite size of th
starting SmCo5 powders~i.e., ^D&SmCo5,initial543 nm! has not been
plotted. The lines are a guide to the eye.
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milled with NiO, the crystallite size reduction due to th
milling becomes smoother. These results clearly show
NiO slows down SmCo5 crystallite size refinement induce
during the milling.9

Shown in Fig. 2 are scanning electron microscopy~SEM!
images~backscattered electrons! of SmCo5 milled for 16 h
with NiO in the weight ratios 1:1@Fig. 2~a!# and 3:1@Fig.
2~b!#. Energy dispersive x-ray analyses~not shown! revealed
that the bright particles correspond to SmCo5, while the gray
zones correspond to NiO~the black regions are epoxy resin!.
The original SmCo5 particles are found to be rather irregul
shaped and to have a broad particle size distribution~from a
few mm to more than 200mm!. When they are milled alone
they are progressively fractured and reduced in size, turn
into small roughly spherical particles, with sizes rangi
from 1 to 30mm after milling for 32 h. However, as can b
seen in Fig. 2, a different microstructure develops wh
SmCo5 is milled with NiO. After short-term milling the pow-
ders mix and the crystallite size is reduced. However, as
milling proceeds, SmCo5 particles start to solder with NiO
and finally become embedded in an AFM matrix. SEM o
servations reveal that some small clusters are already for
after a few hours of milling, which grow in size as the mil
ing proceeds. These agglomerates are found to develop m
easily as the NiO content is increased. Thus, after milling
16 h the average agglomerate size for the 1:1 ratio is
around 30mm whereas for SmCo5(3):(1)NiO agglomerates
larger that 15mm are rarely obtained. Furthermore, th

FIG. 2. SEM images~backscattered electrons! of SmCo5 milled
with NiO during 16 h in the weight ratios of~a! 1:1 and~b! 3:1. The
bright particles correspond to SmCo5 while the gray areas to NiO
Note that the black regions are epoxy resin.
0-2
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IMPROVING THE ENERGY PRODUCT OF HARD . . . PHYSICAL REVIEW B65 174420
amount of FM in each cluster is clearly larger for the 3
ratio. However, in both cases, the large amount of interfa
between SmCo5 and NiO created in these composites mak
this microstructure very favorable for the induction
AFM-FM exchange interactions.

The evolution of the magnetic properties of SmCo5 when
subject to ball milling has been extensively studied.2,15

Briefly, as can be seen in Fig. 3~a!, m0HC is found to in-
crease with milling time, reaching a maximum value of a
proximately 1.1 T after 4 h and decreases afterwards to ab
0.4 T after 32 h. The increase ofHC for short-term milling is
attributed to particle size reduction, which converts th
from a multidomain to a monodomain state. As shown

FIG. 3. ~a! Milling time dependence of the coercivitym0HC for
SmCo5 milled with NiO in the weight ratios 1:0~--h--!, 3:1
~—d—!, 3:2 ~—m—!, and 1:1~—L—!. ~b! Dependence ofm0HC

on the SmCo5 crystallite size^D&SmCo5, for SmCo5 milled with
NiO in the same weight ratios. Note that, for clarity, the value
m0HC for the starting SmCo5 powders has not been plotted in Fi
3~b!. Also note that the error bars are smaller than the symbols.
lines are a guide to the eye.
17442
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Fig. 3~b! HC achieves its maximum value for a crystalli
size ^D&SmCo5, of around 10 nm, in good agreement wi
other works on ball milled SmCo5.15 Nevertheless, when
SmCo5 is overmilled it tends to become highly disordere
and its crystallite size is significantly reduced, losing part
its high magnetic anisotropy, thus reducingHC .2,15

It is noteworthy that, usually, in order to induce AFM-FM
coupling a field cooling process through the AFM Ne´el tem-
perature is required.7 However, during the milling, due to the
impacts between powders and balls, temperature can b
cally raised to aboveTN .16 Moreover, due to their high mag
netocrystalline anisotropy, SmCo5 particles can create con
siderable microscopic magnetic fields to the neighbor
NiO grains. Therefore, effectively, the field cooling proce
throughTN can actually take place during the milling. Th
effect is similar to the creation of domains by local fla
annealing in AFM/FM bilayers.17 As shown in Fig. 3~a!,
when SmCo5 is milled with NiO a remarkable enhanceme
of m0HC is obtained, e.g.,HC51.5 T in SmCo5 ~1!:~1! NiO
milled for 32 h, as expected from the AFM-FM couplin
The existence of the AFM/FM coupling has been demo
strated indirectly.6 However, it is difficult to directly show its
existence mainly due to the magnetic and structural chara
of SmCo5 and NiO. Namely, the magnetocrystalline aniso
ropy of NiO is exceedingly small to allow for the existenc
of significant loop shifts when coupled to SmCo5. Further-
more, SmCo5 is known to undergo structural transition
when heated,2 even at temperatures below theTN of NiO,
which impede the analysis of the temperature dependenc
the coercivity enhancement. Moreover, the random chara
of the ball milled powders makes it difficult to search f
unidirectional anisotropy using torque magnetometry. Nev
theless, if magnetic measurements are carried out on orie
as-milled SmCo51NiO powders, there is evidence from th
angular dependence of the magnetization for the presenc
a unidirectional component, superimposed to the expec
uniaxial component of the anisotropy, indicating the ex
tence of AFM-FM coupling.18 Moreover, this unidirectional
anisotropy component increases as temperature is decre
as expected from the increase of AFM anisotropy.7 In addi-
tion, although milling with CoO~paramagnetic at room tem
perature! results in an analogous microstructure, it has be
found that the maximumHC in this case does not overcom
the maximumHC of SmCo5 milled alone. At room tempera
ture @i.e., above theTN(CoO)5290 K# the role of CoO is to
merely separate the SmCo5 particles, thus reducing the ex
change interactions between them. The fact thatHC is larger
for SmCo51NiO than for SmCo51CoO for all milling times
indicates that the role of NiO~AFM at room temperature! is
more than to simply separate the SmCo5 particles. Moreover,
if in the SmCo51CoO system the temperature is reduced
below CoOTN ~;290 K! there is a clear enhancement
HC , which is a further proof of the role of AFM-FM ex
change interactions in enhancingHC .6 However, it is impor-
tant to point out that microstructural effects also play a ro
especially in the evolution of the coercivity during the mi
ing.

As can be seen in Fig. 3, for a fixed milling time@Fig.
3~a!# or a fixed crystallite size@Fig. 3~b!#, HC is found to
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increase with the NiO content. Moreover, the maximu
value ofHC , is observed, for all compositions, for^D&SmCo5
between 10 and 15 nm@see Fig. 3~b!#. Note that it was also
found that, for all milling times and crystallite sizes,HC in
SmCo51CoO remained always between those of SmCo5 and
SmCo51NiO.6 Moreover, contrary to what has been o
served for the crystallite size,^D&SmCo5, no systematic cor-
relation between stacking fault probability andHC has been
found, probably because the stacking fault probability
mains relatively small for all compositions, even for lon
milling times. This again implies that the role of NiO is n
simply to change the microstructure of SmCo5 or isolate the
different SmCo5 grains, but AFM-FM exchange interaction
play a key role in the enhancement ofHC . The increase of
HC for increasing NiO contents can be understood in ter
of the microstructure developed in the composites. The
glomerates, in which FM and AFM are soldered togeth
where AFM-FM exchange interactions are more likely
take place, form more easily for higher AFM contents. Ho
ever, due to the different degrees of SmCo5 dispersion in the
agglomerates for different NiO contents, changes in
FM-FM interactions when changing the composition are a
likely to play some role inHC . Moreover, the milling time at
which HC exhibits its maximum value for each compositio
shifts towards higher values as the NiO content is increa
This is due to the role of NiO in slowing down the micro
structural changes, especially the SmCo5 crystallite size re-
finement, which delays the decrease ofHC .

Furthermore, very high values ofMR /MS , close to 1,
have also been obtained in isotropic powders, for all com
sitions, especially after short-term milling@e.g., after 1 h of
milling MR /MS(SmCo5)'0.9, whileMR /MS(1:1)'0.98#.6

Enhancements ofMR /MS are not unusual in ball milled har
magnetic materials and are generally attributed to sh
range exchange interactions between the different
grains.19 However, especially for long milling times,MR /MS
of FM/AFM composites remain larger than the one f
SmCo5 alone @e.g., after 16 h of millingMR /MS(SmCo5)
'0.6, MR /MS(3:1)'0.7, MR /MS(3:2)'0.75, and
MR /MS(1:1)'0.85#, in agreement with other AFM/FM
powder systems,11,20 indicating that AFM/FM coupling may
play also some role in enhancingMR /MS .

The figure of merit in a hard magnetic material is not
muchHC or MR /MS but its energy product (BH)max, which
gives an idea of the amount of energy that can be store
the magnet. Thus, the size of a magnet required to crea
given magnetic field is roughly inversely proportional to
(BH)max.

1 The energy product of a magnet can be improv
if its HC , MS , or MR /MS are increased, since it depends
the total area enclosed by the hysteresis loop. In Fig. 4,
milling time dependence of (BH)max is shown for different
AFM:FM ratios. It can be observed that the dependence
(BH)max on the AFM content is rather complex. This is b
cause of the opposing effects of the AFM in the enhancem
of (BH)max. On the one hand, bothHC andMR /MS increase
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due to the FM-AFM and FM-FM exchange interactions. O
the other hand, the presence of NiO results in a reductio
the saturation magnetization of the composite, proportio
to the NiO content. This stems from the zero net magnet
tion of the AFM (MAFM50), which does not contribute to
the overall saturation magnetization. Consequently, as s
in Fig. 4, (BH)max is reduced when the NiO content is in
creasingly high, as, for example, in the case of the 1:1 ra
Nevertheless, (BH)max for the SmCo5 ~3!:~1! NiO milled for
4 h exhibits an enhancement with respect to the maximum
pure SmCo5. Therefore, due to the interplay of all the di
ferent effects, an enhancement of (BH)max can only be
achieved through the optimization of the FM: AFM ratio an
processing conditions.

In conclusion, we have shown that by ball milling a ha
magnetic material, such as SmCo5, with AFM NiO powders,
in the appropriate FM:AFM ratio, it is possible to enhan
the key factor in hard magnetic materials, i.e., the ene
product at room temperature. This effect is controlled by
interplay between the coercivity and squareness ratio
hancement, mainly due to the AFM-FM coupling, theMS
reduction due to theMAFM50 and the microstructure of th
composite. Consequently, we believe that this procedure
lead to a new route for the improvement of permanent m
net quality.
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FIG. 4. Milling time dependence of the energy produ
(BH)max, for SmCo5 milled with NiO in the weight ratios 1:0
~--h--!, 3:1 ~—d—!, 3:2 ~—m—!, and 1:1~—L—!. Given on the
right axis are the (BH)max values in cgs units. Note that the erro
bars are smaller than the symbols. The lines are a guide to the
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Effect of magnetic interactions on the magnetic properties of
ball-milled SmCo5+NiO powders
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Abstract

An enhancement of the coercivity, HC; has been observed in SmCo5 when ball-milled with antiferromagnetic NiO
powders. Moreoever, after short-term milling, these composites exhibit very high values of the squareness without need

for particle alignment. Classical DM plots show that short-range exchange interactions are predominant for fields

HoHC; while long-range magnetostatic interactions prevail for H > HC: r 2002 Published by Elsevier Science B.V.

Keywords: Remanence; Interaction effects; Antiferromagnets; Coercivity

Isotropic nanocrystalline hard magnetic materials

produced by ball-milling usually exhibit values of the

squareness ratio, MR=MS (remanence/saturation mag-

netization), larger than the value of 0.5 predicted by the

non-interacting single-domain particles model [1]. This

enhanced remanence behavior is usually attributed to

short-range exchange interactions between the ferro-

magnetic (FM) grains [2] and has been observed both in

single phase [3] and in spring-magnets [4]. Moreover,

long-range dipolar interactions, which have a net

demagnetizing effect, are also frequently present be-

tween magnetic particles. To investigate the nature of

the magnetic interactions between the different FM

grains, a procedure known as DM plot was developed

[5]. DM is defined as DM ¼ MdðHÞ=MrðNÞ � ð1�
2MrðHÞ=MrðNÞÞ; where MrðHÞ is the isothermal rema-
nent magnetization, MrðNÞ is the remanent magnetiza-
tion after fully saturating the sample and MdðHÞ is the
demagnetization remanence. Usually, positive DM are

interpreted as magnetizing exchange interactions, while

negative DM corresponds to demagnetizing-like magne-

tostatic interactions. Furthermore, exchange interac-

tions between FM and antiferromagnetic (AFM)

materials are known to result in an enhancement of

the coercivity, HC (for a recent review see Ref. [6]) [7].

However, the effect of these interactions in the square-

ness of FM–AFM systems is less understood. In this

study various types of magnetic interactions arising at

the different stages of the milling process in SmCo5 ball-

milled with NiO (AFM with N!eel temperature

TN ¼ 590K) are evaluated using standard DM plot

procedures.

Ball-milling of SmCo5 (99%, o500mm) with NiO

(99%,o44mm) in a weight ratio of 1:1 has been carried
out for different times (0.25–32 h) in a planetary ball-

mill, under argon atmosphere, in agate vials and balls

(6), with a ball to powder weight ratio of 2:1. Structural

characterization was performed by X-ray diffraction,

where the patterns were fitted using the Rietveld method

[8], and the grain sizes and microstrains were also

determined. The morphology was observed by scanning

electron microscopy (SEM). Magnetic hysteresis loops

and DM plots were carried out on tightly packed

isotropic powders by means of an extracting magnet-

ometer, with a maximum applied field of 20T.

As the milling proceeds, SmCo5 and NiO particles

both tend to reduce their size. At the same time, SmCo5
particles acquire a more regular shape and progressively

become embedded in an AFM NiO matrix [9]. This

microstructure, which allows the existence of a large

number of interfaces between SmCo5 and NiO, is very

favorable for the magnetic exchange interactions be-

tween both components. Moreover, the crystallite size is
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found to steadily decrease with milling time, while the

microstrains increase drastically for long milling times.

Fig. 1 shows the demagnetization curves and (inset)

squareness ratio for SmCo5+NiO ball-milled for

different times The systematic milling time dependences

of HC for SmCo5, SmCo5+NiO and SmCo5+CoO

have been reported elsewhere [10]. Briefly, after short-

term milling HC increases for all systems. However,

although a maximum of m0HC ¼ 1:1T is observed after
4 h in SmCo5, HC continues to increase steadily with the

milling time for ball-milled SmCo5+NiO, reaching a

value of m0HC ¼ 1:5T after 32 h of milling (i.e. larger

than the maximum coercivity of SmCo5 milled alone).

Nevertheless, HC for SmCo5+CoO (CoO behaves

paramagnetically at room temperature) remains at

about m0HC ¼ 1:1T even for long milling times (i.e.

similar to the maximum m0HC for SmCo5 milled alone).

This indicates that such HC enhancement is, at least in

part, related to FM–AFM exchange interactions be-

tween SmCo5 and NiO particles, which becomes

progressively more important as the milling time is

increased [10]. Moreover, a sharp increase of MR=MS is

observed in ball-milled isotropic SmCo5 powders after

short-term milling (e.g. MR=MS ¼ 0:9 after 1 h). Several
models have shown that short-range exchange interac-

tions between the different FM particles can produce an

increase of MR [2]. Hence, it would be expected that

when SmCo5 particles are ball-milled with a non-

ferromagnetic material, the FM–FM exchange interac-

tions would tend to decrease, since the role of the non-

ferromagnetic material would be to isolate the different

SmCo5 grains. In fact, this is what has been observed in

ball-milled SmCo5+CoO, where MR=MS ¼ 0:85 after
milling for 1 h. Nevertheless, MR=MS is found to be

further enhanced in ball-milled SmCo5+NiO

(MR=MS ¼ 0:98 after milling for 1 h), indicating that
FM–AFM interactions could also play some role in

enhancing MR=MS: Increases in MR=MS have occa-

sionally been reported in other AFM–FM systems [11].

It is noteworthy that when the milling time is further

increased, MR=MS tends to decrease in both SmCo5 and

SmCo5+NiO. However, MR=MS remains larger in

SmCo5+NiO for all milling times (e.g. after milling

for 32 h, MR=MS ¼ 0:67 for SmCo5+NiO while

MR=MS ¼ 0:58 for SmCo5).
Fig. 2 shows the DM plots for SmCo5+NiO ball-

milled for 1, 4 and 32 h It can be seen that both types of

interactions (magnetostatic and exchange) are present in

the system. Positive DM values are obtained when the

applied field is lower than HC; while magnetostatic
interactions are predominant for H > HC: Similar DM

plots have also been reported for spring-magnets, where

MR=MS is also enhanced when comparing with the hard

component [12].

A simpler way to quantify the strength of the

interactions using a single parameter is the so-called

interaction field factor (IFF), which is defined from HC

and the remanence coercivities, Hr and H 0
r (where

MdðHrÞ ¼ 0 and MrðH 0
rÞ ¼ 1=2), as follows: IFF ¼

½ðH 0
r � HrÞ=HC� � 100 [13]. IFF would be expected to

be zero for non-interacting single domain particles and

to increase as the interactions become more important.

Table 1 shows the milling time dependences of IFF, as

well as those of the SmCo5 crystallite size (/DSSmCo5),

NiO crystallite size (/DSNiO), SmCo5 microstrain

(/e2S1=2), HC and MR=MS for ball-milled SmCo5+-

NiO.

As can be seen in Fig. 2, magnetostatic interactions

(i.e. the negative peak in the DM plots) tend to decrease

as the milling time is increased. This can be due to the
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homogenization of SmCo5 particles during the milling.

In fact, the SEM investigations reveal that the starting

SmCo5 particles are of rather irregular shapes, and have

sizes of up to 200mm. These particles, apart from

probably being multidomain, can give rise to strong

stray fields, especially at sharp corners that tend to

demagnetize the neighboring particles, thus enhancing

dipolar interactions and giving low values of MR=MS on

the unmilled SmCo5 particles (see inset in Fig. 1).

However, DM plots indicate that dipolar interactions

are still present after even long-term milling. The milling

time dependence of the exchange interactions is some-

what more complex. As seen in Fig. 2, although the field

range in which exchange interactions predominate

increases with the milling time, the highest positive peak

in the DM plots is observed after 4 h of milling.

However, IFF is maximum after 1 h of milling. This

unusual behavior could be interpreted in terms of the

interplay between the FM–FM and the AFM–FM

exchange interactions. As mentioned, MR=MS reaches

its maximum value after 1 h of milling and it reduces

slowly for longer milling times. This indicates that

exchange interactions between FM grains have their

maximum effect after 1 h of milling and tend to decrease

afterwards, probably due to the introduction of large

amounts of defects, such as dislocations or stacking

faults, during the milling (see high microstrain values in

Table 1), which reduce the size of the exchange coupled

regions in the FM. This correlates well with the milling

time dependence of IFF. However, exchange interac-

tions between the FM and the AFM particles are

expected to increase with the milling time, since

prolonged milling allows a larger amount of interfaces

to be formed between SmCo5 and NiO. Thus, the

competition between the FM–FM and the FM–AFM

exchange interactions, which have opposite tendencies

during the milling, could explain the non-monotonic

behavior of the positive peak in the DM plots. However,

due to the interplay among FM–FM exchange and

dipolar interactions and the AFM–FM exchange, the

detailed correlation between MR=MS enhancement and

the DM plots is found to be rather complex.

In conclusion, we have shown that an enhanced HC

and very high values of MR=MS can be obtained in

isotropic ball-milled SmCo5+NiO. DM plots show that

the strong exchange interactions, either between the

different FM or between the FM and AFM grains,

observed predominantly for fields HoHC; can be

responsible for these effects. DM plots also indicate

that dipolar interactions become predominant for H >
HC: However, these demagnetizing interactions are

shown to decrease with milling time.
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Table 1

Summary of the structural and magnetic properties for SmCo5+NiO ball-milled for 1, 4 and 32 h

Milling times (h) /DSSmCo5 (nm) /DSNiO (nm) /e2S1=2 moHC (T) MR=MS IFF (%)

1 20 27 0.004 1.13 0.98 38.3

4 18 22 0.007 1.33 0.90 16.1

32 9 11 0.011 1.50 0.67 10.8
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