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05/12/2010 Merged File

Report date:
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

version 5.10

SKF44-4-708-0.4
0.0367 grams

File Name 444708H Merged
Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?

Hg Contact Angle (I)140.00°, (E)140.00°

Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)
Operator ISMAEL Mercury volume normalized by sample weight.
Standard Report
Data Acquisition Parameters
Density of Mercury ..... 13.5000 [g/cc]
Temperature ............ 20.00 [*e]

High Pressure

Data File Name ........ 444708BH.PRM
Analysis Date .... 05/11/2010

# of repeat cycles .... 0
Penetrometer Constant . 1544 [mV/cc]
BAuto-0il Fill Time .... 5 [sec]
Run Mode .............. Fixed Speed
Motor Speed ........... 20

Low Pressure

Data File Name ........ 444708 .PRM
Analysis Date .... 05/11/2010

# of repeat cycles .... 0
Penetrometer Constant . 1721 [mV/cc]
Evacuation Rate ....... 10

Fine Evac: Until & e 2.0000 [min.]
Coarse Evac. Until .... 4.0000 [min.]

642 Pts in Intrusion Range
641 Intrusion Pts Used

293 Pts in Extrusion Range
291 Extrusion Pts Used

935 Points Acquired
932 Points Used

Intrusion Statistics

0.200 PSIA to 30007.992 PSIA
1068.828857 pm to 0.007109 pm

Pressure Range
Pore Diameter Range

Pore Diameter Statistics Summary

Mode Median

(df/dD)

Mean

| 8.190E+00 cc/g
at a diameter of
| 1.981E+00 um

|12.654E+00 cc/ (pum-g) |
| at a diameter of |
| 5.707E-01 um |

5.853E+00 cc/g
at a diameter of
3.079E+00 pum

| 6.040E+00 m2/g
at a diameter of
| 1.981E+00 pm

|11.371E+01 m?/ (pm-qg) |
| at a diameter of |
| 2.838E-01 pm |

1.182E+01 m2/g
at a diameter of
9.868E-01 um

Pore | 7.528E-03
Number | at a diameter of
Fraction | 1.981E+00 pum

| 5.414E402 [
| at a diameter of |
| 3.404E-01 um |

5.097E-01
at a diameter of
3.750E-01 pm



Fage

Report date: 05/12/2010 Merged File

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID SKF44-4-708-0.4 File Name 444708H Merged

Sample Weight 0.0367 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°, (E)140.00°
Minimum Delta Veol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Report

Mercury Porosimetry Data Summary

Total Intruded Volume 11.7050 cc/g Bulk (Particle) Density n/a [g/cc]
Total Surface Area 23.6333 m?/g Apparent Density n/a [g/cc]
Extrusion Statistics

Pressure Range : 29541.350 PSIA to 45.138 PSIA
Pore Diameter Range : 0.007221 pum to 4.726030 pm
Pore Diameter Statistics Summary
Mean Mode Median
(df/dD)
| 1.171E+01 cc/g |8.348E-01 cc/(um-g) | 1.099E+01 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 1.258E+00 pm | 6.478E-01 pm | 5.707E-01 pm
| 2.363E+01 m2/g ]3.152E+00 m?/ (pm-g) | 2.136E+01 m2/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 1.258E+00 um | 4.686E-01 pm | 2.83BE-01 um
Pore | 0.000E+00 I 8.159E+02 | 5.319E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 1.258E+00 pm | 5.777E-01 pm | 5.777E-01 pm



Merged File

05/12/2010

Report date:

version 5.10

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report
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Sample Description

Comments

00°

(I)140.00°, (E)140

1k B

Hg Contact Angle

480.00 erg/cm?

0.000 % FS
ISMAEL

Hg Surface Tension

(Scan Mode)

Moving Point Avg.

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

-dv/dlogD vs.

9:::533

8.473

6.355

[(b/02]

5.296 ¢

(p)BoTp/AP

2.118

1059

0.000

Diameter ([pm]



Merged File

05/12/2010

Report date:

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

version 5.10

0000 cc

444708H Merged

File Name
Bulk Sample Volume 1

-0.4

SKF44-4-708
0.0367 grams

Sample Weight

Sample ID

Sample Description

Comments

(I)140.00°, (E)140.00°

41

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)

Moving Point Avg.

0.000 % FS
ISMAEL

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

-dV/dlogD vs.

10.592

[6/02]

(p)BoTp/AP

Diameter [um]



Report date:

Sample ID

Sample Weight

05/12/2010
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

File Name
Bulk Sample Volume 1.0000 cc

SKF44-4-708-0.4
0.0367 grams

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol.

Operator

Mean
Pressure
[PSI]

28238.05
25096.73
22454.,97
14221.48
8532.89
6094.92
4740.49
3878.59
3281.88
2844.30
2509.867
2245.50
1422.15
853,29
609.49
474.05
387.86
328.15%5
284.43
250.97
224.55
142.21
85.33
60.95
47.40
38.79
32.82
28.44
25510
22.45
14.22
8.53
6.09
4.74
3.88
3.28
2.84
2.51
2,25
1.42
0.85
0.61
0.47
0.39

0 53
0.28
025
0.22

Hg Contact Angle
0.000 % FS Moving Point Avg. 11

ISMAEL

Interpolated Intrusion Pore Size

Pore Vol Hg $ Volume -dv/(log d)
Diameter in Interval in Interval
[pm] [cc/g] [cc/ (pm-g) ]
7.109E-03 - 8.000E-03 0.0000 0.0 0.0000
8.000E-03 - 9.000E-03 0.0000 0.0 0.0000
9.000E-03 - 1.000E-02 0.0000 00 0.0000
1.000E-02 - 2.000E-02 0.0000 0.0 0.0000
2.000E-02 - 3.000E-02 0.0000 1 5 0.0000
3.000E-02 - 4.000E-02 0.0000 0.0 0.0000
4.000E-02 - 5.000E-02 0.0000 B0 0.0000
5.000E-02 - 6.000E-02 0.0000 0.0 0.0000
6.000E-02 - 7.000E-02 0.0000 0.0 0.0000
7.000E-02 - 8.000E-02 0.0000 0.0 0.0000
8.000E-02 - 9.000E-02 0.0000 0.0 0.0000
9.000E-02 - 1.000E-01 0.0000 0.0 0.0000
1.000E-01 - 2.000E-01 0.0286 0.2 0.0347
2.000E-01 - 3.000E-01 0.1091 0.9 0.1812
3.000E-01 - 4.000E-01 0.1723 1.5 0.3779
4 _.000E-01 - 5.000E-01 0.2008 Toaif 0:5792
5.000E-01 - 6.000E-01 0.2112 1.8 0.8134
6.000E-01 - 7.000E-01 0.2128 1.8 1. 1377
7.000E-01 - 8.000E-01 0.2123 1.8 1.6991
8.000E-01 - 9.000E-01 0.2126 1.8 Full 12
9.000E-01 - 1.000E+4+00 0.2116 1.8 9.4980
1.000E+00 - 2.000E+00 2.1445 18.3 =12 1782
2.000E+00 - 3.000E+00 1.8611 15.9 -4.6769
3.000E+00 - 4.000E+00 12281 10:5 -2.2572
4.000E+00 - 5.000E+00 0.7301 6.2 -1.1177
5.000E+00 - 6.000E+00 0.2848 2.4 -0.3847
6.000E+00 - 7.000E+00 0.1256 1.1 -0.1545
7.000E+00 - 8.000E+00 0.0681 0.6 -0.0778
8.000E+00 - 9.000E+00 0.0497 0.4 =0,:0535
9.000E+00 - 1.000E+01 0.0347 0.3 —=0..0355
1.000E4+01 - 2.000E+01 0. 271 1.7 -0.1080
2.000E+01 - 3.000E+01 0.0837 057 -0.059¢9
3.000E+01 - 4.000E+01 0.0791 0.7 -0.0512
4_.000E+01 - 5.000E+01 0.0571 0.5 -0.0345
5.000E+01 - 6.000E+01 0.0635 0.5 -0.0365
6.000E+01 - 7.000E+01 0.0495 0.4 -0.0273
7.000E+01 - 8.000E+01 0.0542 0.5 -0.0289
8.000E+01 - 9.000E+01 0.0462 0.4 -0.0239
9.000E+01 - 1.000E+02 0.0388 0.3 -0.0196
1.000E+02 - 2.000E+02 0.4577 3.9 -0.2103
2.000E+02 - 3.000E+4+02 0.4712 4.0 -0.1965
3.000E+02 - 4.000E+02 0.4308 3.7 -0.1693
4_000E+02 - 5.000E+02 0.4582 3.9 -0.1727
5.000E+02 - 6.000E+02 0.3928 3.4 -0.1433
6.000E+02 - 7.000E+4+02 0.2979 245 -0.1059
7.000E+02 - 8.000E+02 0.2319 250 -0.0806
8.000E+02 - 9.000E+02 0.1494 1.3 -0.0510
9.000E+02 - 1.000E+03 0.0843 0.7 -0.0283

Page 1

Merged File

444708H_Merged

(I)140.00°,(E)140.00°
(Scan Mode)
Mercury volume normalized by sample weight.

Surf Area

in Interval

[m?/g]

0.0000
0.0000
0.0000
0.0000
.0000
.0000
.0000
.0000
.0000
0.0000
0.0000
0.0000
0.6738
23967
4.3664
6.1601
7.6981
9.0193
10.1594
11.1602
12.0543
17.9990
21.0583
22.4911
23:1518
2.3::3629
23.4409
23.4774
23.5010
235154
23.5538
23.5679
230773
23.5824
23.5871
23.5901
23,5930
23.5952
23.5968
23.6095
236191
23.6220
23.6261
23.6290
2356309
2356321
23.6328
23.6332

oo ocOoOOo



Page 2

Report date: 05/12/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID SKF44-4-708-0.4 File Name 444708H Merged

Sample Weight 0.0367 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°, (E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Interpolated Intrusion Pore Size

Vol. in pores with diameter greater than 999.99997 um 0.0336 cc/g
Vol. in pores with diameter between 999.99997 and 0.00711 pm 11.6714 cc/g
Vol. in pores with diameter smaller than 0.00711 pm = 0.0000 cc/g

Total pore volume intruded 11.7050 cc/g
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Report date: 05/12/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

SKF44-4-708-0.4
0.0367 grams

File Name 444708H_Merged
Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°,(E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded

[PSI] [pm] [cc/g] [cc/g] % [cc/ (pm-g) ] [ec/g]
0.200 1.069E+03 0.0000 0.0000 0.00 6.861E-04 2.105E+00
0.285 7.497E4+02 0.3811 0.3811 3.26 1.657E-03 3.173E+00
0.387 5.510E+02 0.9760 0.5949 8.34 3.624E-03 4.655E+00
0.496 4.299E+02 1.5120 0.5360 12.92 4.445E-03 4.383E+4+00
0.663 3.216E+02 1.9768 0.4648 16.89 5.012E-03 3.646E+00
0.843 2.530E+02 2.3278 0.3510 19.89 5.031E-03 2.851E400
0.978 2.180E+02 2.4777 0.1500 21.17 4.424E-03 2.186E+00
1.091 1.956E+02 2.5681 0.0904 21.94 4.102E-03 1.872E+00
1.278 1.670E+02 26911 0.1230 22.99 4.670E-03 1.810E+00
1.490 1.432E+02 2.8120 0.1209 24.02 4.950E-03 1.624E+00
1.664 1.282E+02 2.8819 0.0698 24 .62 4.596E-03 1.35%E+00
1.878 1.136E+02 2.9453 0.0635 25.16 4.646E-03 1.217E+00
2.094 1.019E+02 3.0010 0.0557 25.64 4.409E-03 1.02%E+00
2.302 9.266E+01 3.0361 00351 25.94 4.036E-03 8.671E-01
2.531 8.427E+01 3.0712 0.0351 26.24 4.499E-03 8.807E-01
2. 7T 7.699E+01 3.1074 0.0362 26...55 5.262E-03 9.393E-01
3.030 7.041E+01 3.1446 0.0372 26.87 5.548BE-03 9.031E-01
3.328 6.410E+01 3:1793 0.0347 27.16 5.054E-03 7.416E-01
3.617 5.897E+01 3.2009 0.021e6 27.35 4.932E-03 6.769E-01
3.931 5.426E+01 3.2282 0.0273 27.58 6.355E-03 8.025E-01
4,235 5.038E401 3.2570 0.0287 27.83 6.796E-03 7.896E-01
4.565 4.673E+01 3.2797 0.0227 28.02 5.776E=03 6.169E-01
4.901 4.353E+01 3.2942 0.0145 28.14 5.303E-03 5.382E-01
5.320 4.010E+01 3.3165 0.0223 28.33 6.107E-03 5.655E-01
5.733 3.721E+01 3.3342 0.0177 28.49 5.300E-03 4.537E-01
6.162 3.462E+01 3.3456 0.0113 28.58 6.972E-03 5.666E-01
6.647 3.209E+01 33711 0.0255 28.80 1.034E-02 7.723E-01
T 12T 2.996E+01 3.3966 0.0255 29.02 9.937E-03 6.803E-01
7,593 2.809E+01 3.4101 0.0135 29.13 6.532E-03 4.186E-01
8.113 2.630E+01 3.4186 0.0085 29.21 4.953E-03 3.017E-01
8.677 2.458E+01 3.4278 0.0092 29.29 5.516E-03 3.130E-01
9.200 2.319E+01 3.4356 0.0078 29.35 7.506E-03 4,.076E-01
9.646 2.212E+01 3.4463 0.0106 29.44 1.343E-02 6.931E-01
10.096 2.113E+01 3.4643 0.0181 29.60 1.723E-02 8.382E-01
10.566 2.019E+01 3.4789 0.0145 29.72 1.020E-02 4.673E-01
11.071 1.927E+01 3.4814 0.0025 29.74 3.456E-03 1.538E-01
11.578 1.842E+01 3.4846 0.0032 29.77 4.332E-03 1.861E-01
12.093 1.764E+01 3.4888 0.0043 29.81 7.140E-03 2.932E-01
12.621 1.690E+01 3.4959 0.0071 29.87 1.191E-02 4.688E-01
13.224 1.613E+01 3.5080 0.0121 29.97 1.490E-02 5.567E-01
13.874 1.538E+01 3..5197 0.0117 30.07 1.212E-02 4.257E-01
14.472 1.474E+01 3.5246 0.0050 30.11 1.246E-02 4.251E-01
15.047 1.418E+01 3.5342 0.0096 30.19 1.661E-02 5.461E-01
15.641 1.364E+01 3.5445 0.0103 30.28 1.648E-02 5.179E-01
16.257 1.312E+01 3.5516 0.0071 30.34 1.368E-02 4.132E-01
16.892 1.263E+01 3.5576 0.0060 30.39 1.382E-02 4.032E-01
17.569 1.214E+01 3.5650 0.0074 30.46 1.431E-02 4.012E-01
18.300 1.166E+01 3.5718 0.0067 30.51 1.502E-02 4,064E-01
19.039 1.120E+01 3.5796 0.0078 30.58 2.031E-02 5,270E-01



Report date:

Sample ID

Sample Weight

05/12/2010

Page 2

Merged File

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

SKF44-4-708-0.4
0.0367 grams

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?

Pressure
[PSI]

19.772
20.516
21,297
22,337
23.000
23309
24.865
25.842
26.908
28.037
29,151
30.348
31.627
32.958
34.326
35.706
37.097
38.527
39.889
41.3105
42 315
43.734
45.332
49.274
64.532
95.151
145.280
240.600
416.784
687.748
1029.927
1408.195
1802.743
2206.471
2615.543
3028.467
3450.140
3882.754
4323.605
4770.072
5221 738
5679.554
6144.827
6618.497
7101.161
7592.472
8092.028
8599.558
9114.964

ISMAEL

Minimum Delta Vol. 0.000 & FS
Operator

File Name

444708H Merged

Bulk Sample Volume 1.0000 cc

Hg Contact Angle

(I)140.00°, (E)140.00°

Moving Point Avg. 11 (Scan Mode)
Mercury volume normalized by sample weight.

Pore Size Distribution By Volume - Intrusion

Printing one out of every 5 data points.

Pore
Diameter

[pm]

1.079E+01
1.040E+01
1.002E+01
9.637E+00
9.275E+00
8.922E+00
8.579E+00
8.255E+00
7.928E+00
7.609E+00
7.318E400
7.029E+00
6.745E+00
6.473E+00
6.215E+00
5.974E+00
5.750E+00
5.537E+00
5.348E+400
5.190E+00
5.041E400
4.878E+00
4,.706E+00
4,329E+00
3.306E+00
2.242E+00
1.468E+00
8.866E-01
5.118E-01
3.102E-01
2.071E-01
1.515E-01
1.183E-01
9.668E-02
8.156E-02
7.044E-02
6.183E-02
5.494E-02
4_.934E-02
4 .472E-02
4.085E-02
3.756E-02
3.472E-02
3.223E-02
3.004E-02
2.810E-02
2.636E-02
2.481E-02
2.340E-02

Volume
Intruded
[cc/g]

3D 595
3.5984
3.6065
3.6172
3.6310
3.6452
3.+6597
3.6771
3.6944
3.7143
37338
3.7565
3.7866
3.8185
3.8508
3.8891
3.9323
3.9812
4.0358
4.0880
4.1500
4.2347
43322
4.6042
5.6901
7.4844
9.1367
10.3736
11.1698
1125527
11.6716
11.6999
11.7049
11.7050
1317050
11.7050
11.7050
11.7050
11.7050
11.7050
13 050
11,7050
11.7050
11.7050
11.7050
11.7050
11.7050
11.7050
11.7050

Delta % Volume Dwv (d) -dV/d(log d)
Volume Intruded

[cc/g] $ [cc/ (pm-g) ] [cc/gl
0.0099 30.67 2.349E-02 5.849E-01
0.0089 30.74 2.159E-02 5.196E-01
0.0082 30.81 2.492E-02 5.781E-01
0.010e6 30.90 3.250E-02 7.262E-01
0.0138 31.02 3.766E-02 8.091E-01
0.0142 Sdi14 4 114E-02 8.482E-01
0.0145 31.27 4.752E-02 9.443E-01
0.0174 31.41 5.198E-02 9.931E-01
0.0174 31.56 5.853E-02 1.072E+00
0.0199 31.73 6.212E-02 1.094E+00
0.0195 31.30 7.151E-02 1.212E+00
0.0227 32.09 9.164E-02 1.492E+00
0.0301 32.35 1.090E-01 1.702E+00
0.0319 32.62 1.210E-01 1.812E+00
0.0323 32.90 1.412E-01 2.033E+00
0.0383 33.23 1.731E-01 2.39%94E+00
0.0432 33.60 2.053E-01 2.733E400
0.0489 34.01 2:527E-01 3.240E400
0.0546 34.48 3.022E-01 3.737E+00
0.0521 34.92 3.672E-01 4.407E+00
0.0620 35.45 4.548E-01 5.311E400
0.0847 36.18 5.328E-01 6.013E+00
0.0975 37.01 6.114E-01 6.696E+00
0.2720 39.34 7.582E-01 8.060E+00
1.0859 48.61 1.210E+00 9.748BE+00
1.7943 63.94 1.914E+00 9.83BE+00
1.6523 78.06 2.388E+00 7.657E+00
1.2369 88.62 2.582E+00 4.796E+00
0.7962 95.43 2.643E400 2.722E400
0.3829 98.70 2.203E4+00 1.332E+00
0.1189 89.71 1.241E+00 5.039%9E-01
0.0283 99.9¢6 4.916E-01 1.491E-01
0.0050 100.00 1.329E-01 3.122E-02
0.0001 100.00 1.166E-02 2.189E-03
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+0Q0 0.000E+00
0.0000 100.00 0.000E+00 0.000E400
0.0000 100.00 0.000E+400 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+0Q0
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E4+00 0.000E+00
0.0000 100.00 0.000E+4+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
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Report date: 05/12/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

SKF44-4-708-0.4
0.0367 grams

File Name 444708H Merged
Bulk Sample Volume 1.0000 cc

Sample ID
Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded
[PSI] [pm] [cc/gl [cc/gl % [cc/ (um-g) ] [cc/g]

9638.647 2.213E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
10170.904 2.097E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
10711.471 1.992E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
11260.371 1.894E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
11817.395 1.805E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
12382.832 1.723E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
12956.456 1.646E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
13536.353 1.576E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
14118.509 1.511E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
14701.025 1.451E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
15286.848 1.395E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
15879.147 1.343E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
16478.693 1.295E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
17085.555 1.249E-02 1177050 0.0000 100.00 0.000E+00 0.000E+00
17699.439 1.205E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
18320.719 1.164E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
18948.477 1.126E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
19582.574 1.089E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
20222521 1.055E-02 11.7050 0.0000 100.00 0.000E+00 0.000E+00
20868.805 1.022E-02 117050 0.0000 100.00 0.000E+00 0.000E+00
21521.084 9.912E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
221792371 9.618E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
22842.189 9.339E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
23507.635 9.075E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
24176.449 8.824E-03 117050 0.0000 100.00 0.000E+00 0.000E+00
24869.139 8.578E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
25616.795 8.327E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
26453.631 8.064E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+0Q0
29392481 7.788E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
28425.270 7.505E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
29615.244 7.203E-03 11.7050 0.0000 100.00 0.000E+00 0.000E+00
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0000 cc
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File Name
Bulk Sample Volume 1

-4-708-0.4
.0367 grams

4

SKF44
0

Sample Weight

Sample ID

Sample Description

Comments

(I)140.00°, (E)140.00°

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)

11

Moving Point Avg.

0.000 & Fs
ISMAEL

Minimum Delta Vol

Operator

Mercury volume normalized by sample weight.

Pore Size Histogram

Intr. Volume vs.

Norm.

o i )

0.8950

.7831

0

L6712 |
.5594

0
0
0
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1000
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444708H_Merged

.4 File Name
Bulk Sample Volume 1.0000 cc

-0

SKF44-4-708
0.0367 grams

Sample Weight

Sample ID

Sample Description

Comments

(I)140.00°,(E)140.00°
1.1

Hg Contact Angle
Moving Point Avg.

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

(Scan Mode)

0.000 % Fs
ISMAEL

Mercury volume normalized by sample weight.

Normalized Volume vs.

Pore Size

12.290

11.061

9.832

7374
4.916
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3.687
2.458 ¢
L2229
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version 5.10

0000 cc

444708H Merged

File Name
Bulk Sample Volume 1

4

=0,

SKF44-4-708
0.0367 grams

Sample Weight

Sample ID

Sample Description

Comments

00°

(I)140.00°, (E)140

Hg Contact Angle
11

Moving Point Avg.

480.00 erg/cm?

0.000 % FS
ISMAEL

Hg Surface Tension

(Scan Mode)

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

Percent Intruded Volume vs.

105.00

63.00
52.50 |
42.00 |
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21.00
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Merged File

05/12/2010

Report date:

version 5.10

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

444708H Merged

Bulk Sample Volume 1.0000 cc

File Name

-0.4

SKF44-4-708
0.0367 grams

Sample Description

Comments

Sample Weight

Sample ID

00°

(I)140.00°, (E)140

11

Hg Contact Angle
Moving Point Avg.

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

(Scan Mode)

0.000 % FS
ISMAEL

Mercury volume normalized by sample weight.

Pore Size

Surface Area vs.

24.815

19.852

17..370

14.889
12.407

[B/,u] eBBIy 20BIING

Diameter [um]



