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Report date: 05/13/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID SKF45-4-708-0.4 File Name 454708BH_Merged

Sample Weight 0.0146 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°, (E}140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode]

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Report

Data Acquisition Parameters

Density of Mercury ..... 13.5000 [g/cc]
TeMPETrAEUTE .o woupuwmesims sieis 20.00 [ Ci

High Pressure

Data File Name ........ 454708BH.PRM
RAnalysis Date .... 05/12/2010

# of repeat cycles .... 0
Penetrometer Constant . 1544 [mV/cc]
Auto-0il Fill Time .... 5 [sec]
Run Mode ..eseseses .... Fixed Speed
Motor Speed ....icveeenn. 20

Low Pressure

Data File Name ........ 454708B.PRM
Analysis Date .... 05/12/2010

# of repeat cycles .... 0
Penetrometer Constant . 1721 [mV/cc]
Evacuation Rate ....... 10

Fine Evac. Until ...... 2.0000 [min.]
Coarse Evac. Until .... 4.0000 [min.]

911 Points Acquired 621 Pts in Intrusion Range 290 Pts in Extrusion Range
908 Points Used 620 Intrusion Pts Used 288 Extrusion Pts Used

Intrusion Statistics

Pressure Range : 0.200 PSIA to 30111.723 PSIA
Pore Diameter Range : 1068.828857 pm to 0.007084 um

Pore Diameter Statistics Summary

Mean Mode Median
(df/dD)
|  3.529E+00 cc/g [1.951E-01 cc/(pum-g) | 1.914E+00 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 1.424E+01 pm | 4,102E-01 pm I 4,445E+02 pm
| 6.417E-02 m2/g |1.038E+00 m?/ (pm-qg) | 5.375E-01 m?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 1.424E+01 pm I 3.017E-01 pm I 6.696E-01 pm
Pore | 7.039E-06 | 8.706E+02 | 5.307E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 1.424E+01 pm | 3.682E-01 pm | 3.682E-01 pm
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Report date: 05/13/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID SKF45-4-708-0.4 File Name 454708BH_Merged

Sample Weight 0.0146 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°,(E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Repor:
Mercury Porosimetry Data Summary

Total Intruded Volume 3.8281 cc/g Bulk (Particle) Density n/a [g/cc]
Total Surface Area 1.0751 m?/g Apparent Density n/a [g/cc]

Extrusion Statistics

29642.229 PSIA to 42.869 PSIA
0.007197 pm to 4.976129 pm

Pressure Range
Pore Diameter Range

Pore Diameter Statistics Summary

Mean Mode Median
(df/dD)
| 3.828E+00 cc/g |2.865E-03 cc/ (pm-g) | 3.828E+00 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 0.000E+00 pm | 7.197E-03 pm | 7.084E-03 pm
| 1.075E+00 mz/g 18.025E-01 m?/ (pum-g) | 1.075E+00 m?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 0.000E+00 pum | 7.197E-03 pm | 7.252E-03 um
Pore | 3.509E-01 | 3.509E+03 | 5.735E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 0.000E+00 pm | 7.197E-03 um | 7.290E-03 um
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0000 cc

0.0146 grams Bulk Sample Volume 1

Sample Weight

Sample Description

Comments

00°

(I)140.00°, (E)140

11

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol.

Operator

(Scan Mode)

Moving Point Avg.

0.000 & FS
ISMAEL

Mercury volume normalized by sample weight.

Pore Size

-dv/dlogD vs.

4.3325

3.7909

3.2494

[6/00]

2.7078
2.1662

(p)botp/Ap

1.0831

0.5416

0.0000

Diameter [pm]
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Report date: 05/13/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

version 5.10

SKF45-4-708-0.4
0.0146 grams

File Name 454708BH_Merged
Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded

[PSI] [pm] [cc/g] [cc/g] % [cc/ (um-g) ] [cc/g]
0.200 1.069E+03 0.0000 0.0000 0.00 1.410E-03 4.301E+00
0.292 7.295E+02 0.8439 0.8439 22.05 2.685E-03 4.676E+00
0.405 5.263E+02 15693 0.7254 40.99 4.158E-03 4.980E+00
0.531 4.018E+02 2.1299 0.5605 55.64 4.597E-03 4.143E+00
0.665 3.206E+02 2.4623 0.3324 64.32 4.053E-03 2.954E+00
0.873 2.443E+02 2.1251 0.2629 71419 3.930E-03 2.182E+00
1.081 1.974E+02 2.9150 0.1898 76.15 3.874E-03 1.696E+00
1.:215 1.756E+02 2.9800 0.0651 77.85 3.063E-03 1.249E+00
1.417 1.506E+02 3.0558 0.0757 79.83 3.029E-03 1.053E+00
1.626 1.312E+02 31137 0.0579 81.34 3.165E-03 9.510E-01
1.814 1.176E+02 3.1556 0.0419 82.43 3.256E-03 8.951E-01
2.047 1.042E+02 3.2037 0.0481 83.69 3.743E-03 9.038E-01
2.269 9.402E+01 3.2438 0.0401 B84.74 3.572E-03 7.673E-01
2.506 8.512E+01 3.2696 0.0259 85.41 3.246E-03 6.420E-01
2.776 7.683E+01 3.2990 0.0294 86.18 3.251E-03 5.744E-01
3.058 6.977E+01 3.3195 0.0205 86.71 2.69BE-03 4,292E-01
3.+.351, 6.365E+01 3.3320 0.0125 87.04 2.135E-03 3.138E-01
3.675 5.805E+01 3.3436 0.0116 87.34 2.367E-03 3.186E-01
3.997 5.338E+01 3:3561 0.0125 87.67 2.893E-03 3.604E-01
4.358 4,.894E+01 3.3712 0.0151 88.07 3.768E-03 4.272E-01
4.697 4.542E+01 3.3864 0.0151 88.46 3.645E-03 3.809E-01
5.074 4.,205E+01 3.3962 0.0098 88.72 3.262E-03 3.157E-01
5.431 3.928E+01 3.4051 0.0089 88.95 4.623E-03 4,253E-01
5.789 3.685E+01 3.4211 0.0161 89.37 6.755E-03 5.797E-01
6.196 3.443E+01 3.4399 0.0187 89.86 7.069E-03 5.595E-01
6.606 3.229E+01 3.4532 0.0134 90.21 5.004E-03 3.675E-01
7.058 3.022E+01 3.4595 0.0062 90.37 2.123E-03 1.435E-01
7.575 2.816E+01 3.4603 0.0009 90.39 2.392E-03 1.597E-01
8.077 2.641E+01 3.4684 0.0080 90.60 5.531E-03 3.443E-01
8.596 2.482E+01 3.4808 0.0125 90.93 6.514E-03 3.715E-01
9.097 2.345E+01 3.4879 0.0071 91.11 5.234E-03 2.804E-01
9.622 2.217E+01 3.4933 0.0053 91.25 3.959E-03 2.025E-01
10.157 2.100E+01 3.4977 0.0045 91.37 2.941E-03 1.408E-01
10.647 2.004E+01 3.4995 0.0018 91.42 1.226E-03 5.476E-02
11.149 1.913E+01 3.4995 0.0000 91.42 1.862E-03 8.502E-02
11.650 1.831E+01 3.5031 0.0036 91.51 4.490E-03 1.918E-01
12.174 1.752E+01 3.5076 0.0045 91.63 6.959E-03 2.824E-01
12.699 1.680E+01 3.5138 0.0062 91.79 7.493E-03 2.898E-01
13.232 1.612E+01 3.5183 0.0045 91.91 4.841E-03 1.788E-01
13.806 1.545E+01 3.5201 0.0018 91.95 5.023E-03 1.805E-01
14.380 1.484E+01 3.5245 0.0045 92.07° 7.406E-03 2.540E-01
14.961 1.426E+01 3.5290 0.0045 92.19 7.927E-03 2.613E-01
15.547 1.372E+01 3.5334 0.0045 92.30 1.249E-02 3.986E-01
16.130 1.323E+01 3:5423 0.0089 92.54 1.407E-02 4.282E-01
16.745 1.274E+01 3.5477 0.0053 92.67 8.554E-03 2.484E-01
17.390 1.227E+01 3.5495 0.0018 92.72 6.780E-03 1.932E-01
18.085 1.180E+01 3.5539 0.0045 92.84 9.595E-03 2.615E-01
18.813 1.134E+01 3.5584 0.0045 92.95 7.346E-03 1.915E-01
19.545 1.091E+01 3.5601 0.0018 93.00 7.783E-03 1.979E-01
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Report date: 05/13/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

version 5.10

SKF45-4-708-0.4
0.0146 grams

File Name 454708BH_Merged
Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Veol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded
[PST] [pm] [cc/g] [cc/g]l % [ce/ (pm-g) ] [cec/g]l

20.294 1.051E+01 3.5646 0.0045 93.12 1.017E-02 2.461E-01
21.099 1.011E+01 3.5681 0.0036 93.21 1.009E-02 2.356E-01
21.974 9.708E+00 3.5726 0.0045 93.33 1.023E-02 2.306E-01
22.875 9.325E+00 35771 0.0045 93.44 7.673E-03 1.628E-01
23.786 8.969E+00 3.5779 0.0009 93.47 3.503E-03 7.186E-02
24,733 8.625E+00 3.5788 0.0009 93.49 6.964E-03 1.416E-01
25.742 8.287E+00 3.5833 0.0045 93.61 1.459E-02 2.801E-01
26.801 7.960E+00 3.5887 0.0054 93.75 1.497E-02 2.754E-01
27.930 7.638E+00 3.5932 0.0045 93.86 1.520E-02 2.674E-01
29.136 7.322E+00 3.5976 0.0045 93.98 1.292E-02 2.185E-01
30.412 7.014E+00 3.6012 0.0036 94.07 1.573E-02 2.574E-01
31.774 6.714E+00 3.6074 0.0062 94.24 2.050E-02 3.186E-01
33.194 6.427E+00 3.6136 0.0062 94.40 1.896E-02 2.786E-01
34.626 6.161E+00 3e6li2 0.0036 94.49 7.909E-03 1.098E-01
36.078 5.913E+00 3.6172 0.0000 94.49 0.000E+00 0.000E+00
37.540 5.683E+00 3.6172 0.0000 94.49 7.530E-03 1.016E-01
38.964 5.475E+00 3.6208 0.0036 94.58 2.620E-02 3.357E-01
40.241 5.301E+00 3.6279 0.0071 94.77 3.950E-02 4.836E-01
41.444 5.147E+00 3.6341 0.0062 94,93 3.149E-02 3.703E-01
42.820 4.982E+00 3.6368 0.0027 95.00 1.109E-02 1.266E-01
57.434 3.714E+00 3.6409 0.0041 95.11 4,.657E-03 5.616E-02
112.786 1.891E+00 3.6713 0.0305 95.91 2.689E-02 1.438E-01
241.362 8.838E-01 3.7390 0.0676 97.67 1.021E-01 2.072E-01
464.013 4.597E-01 3.8024 0.0634 99.33 1.904E-01 1.704E-01
774.640 2.754E-01 3.8266 0.0242 99.96 1.428E-01 6.887E-02
1136.791 1.877E-01 3.8281 0.0015 100.00 2.673E-02 8.462E-03
1521.863 1.402E-01 3.8281 0.0000 100.00 0.000E+00 0.000E+00
1919.645 1.111E-01 3.8281 0.0000 100.00 0.000E+00 0.000E+00
2326.127 9.171E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
2736.950 7.794E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
3153.262 6.765E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
3578.963 5.960E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
4013.940 5.315E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
4455.082 4,.788E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
4901.272 4.352E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
5352525 3.985E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
5810.758 3.671E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
6278.667 3.398E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+0Q0
6757.339 3.157E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
7246.428 2.944E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
7744.673 2.754E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
8248.244 2.586E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
8753.443 2.437E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
9260.951 2.303E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
9774.233 2.182E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
10294.152 2.072E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+0Q0
10820.104 1.972E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
11352.257 1.879E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
11891.354 1.794E-02 3.8281 0.0000 100.00 0.000E+00 0.000E+00
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Merged File

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

SKF45-4-708-0.4
0.0146 grams

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

Pressure
[PSTI]

12437.313
12990.382
13550.466
14117.644
14691.668
15273.093
15862.506
16460.555
17067.445
17682.641
18305.670
18937.164
1857 . 115
20225.252
20881.365
21544.398
22212.930
22886.094
23563.984
24248.389
24941.293
25643.006
26352.045
27068.758
27835.369
28772.426
303115023

File Name 454708BH_Merged
Bulk Sample Volume 1.0000 cc

Hg Contact Angle (I)140.00°,(E)140.00°

0.000 % FS Moving Point Avg. 11 (Scan Mode)
ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion

Printing one out of every 5 data points.

Pore
Diameter
[pm]

1.715E-02
1.642E-02
1.574E-02
1.511E-02
1.452E-02
1.397E-02
1.345E-02
1.296E-02
1.250E-02
1.206E-02
1.165E-02
1.126E-02
1.090E-02
1.055E-02
1.022E-02
9.902E-03
9.604E-03
9.321E-03
9.053E-03
8.797E-03
8.553E-03
8.319E-03
8.095E-03
7.881E-03
7.664E-03
7.414E-03
7.084E-03

Volume
Intruded
[cc/g]

J 8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281
3.8281

Delta % Volume Dv (d) -dv/d(log d)
Volume Intruded

[cc/g] % [cc/ (um-g) ] [cc/g]
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+400 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+Q0 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+0Q0 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+0Q0
0.0000 100.00 0.000E+00 0.000E+00Q
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00C
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 0.000E+400 0.000E+00
0.0000 100.00 0.000E+00 0.000E+00
0.0000 100.00 1.092E-03 1.907E-05
0.0000 100.00 2.178BE-03 3.496E-05
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Merged File

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

version 5.10

SKF45-4-708-0.4
0.0146 grams

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

Mean
Pressure
[PSI]

28283.90
25096.73
22454.97
14221.48
8532.89
6094.92
4740.49
3878.59
3281.88
2844.30
2509.67
2245.50
1422.15
853289
609.49
474.05
387.86
328.19
284.43
250.97
224..55
142.21
85.33
60.95
47.40
38.79
32.82
28.44
25.10
22.45

14 .22
8.53
6.09
4.74
3.88
3.28
2.84
2ok
225
1.42
0.85
0.61
0.47

+ 39
.33
.28
525
vl

oo OoOCo

3.000E+00

0.000 % FS
ISMAEL

File Name 454708BH_Merged
Bulk Sample Volume 1.0000 cc

Hg Contact Angle (1)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode}
Mercury volume normalized by sample weight.

Interpolated Intrusion Pore Size

Pore
Diameter
[pm]

7.084E-03 -
8.000E-03 -
9.000E-03 -
1.000E-02 -
2.000E-02 -
3.000E-02 -
4.000E-02 -
5.000E-02 -
6.000E-02 -
7.000E-02 -
8.000E-02 -
9.000E-02 -
1.000E-01 -
2.000E-01 -
3.000E-01 -
4.000E-01 -
5.000E-01 -
6.000E-01 -
7.000E-01 -
8.000E-01 -
9.000E-01 -
1.000E+00

in

8.000E-03
9.000E-03
1.000E-02
2.000E-02
3.000E-02
4.000E-02
5.000E-02
6.000E-02
7.000E-02
8.000E-02
9.000E-02
1.000E-01
2.000E-01
3.000E-01
4.000E-01
5.000E-01
6.000E-01
7.000E-01
8.000E-01
9.000E-01
1.000E+00

- 2.000E+00
2.000E+00 - 3.000E+00
4.000E+00
4.000E+00 - 5.000E+00
5.000E+00 - 6.000E+00
6.000E+00 - 7.000E+00
7.000E+00 - 8.000E+00
8.000E+00 - 9.000E+00
9.000E+00 - 1.000E+01
1.000E+01 - 2.000E+01
2.000E+01 - 3.000E+01
3.000E+01 - 4.000E+01
4.000E+01 - 5.000E+01
5.000E+01 - 6.000E+01
6.000E+01 - 7.000E+01
7.000E+01 - 8.000E+01
8.000E+01 - 9.000E+01
9.000E+01 - 1.000E+02
1.000E+02 - 2.000E+02
2.000E+02 - 3.000E+02
3.000E+02 - 4.000E+02
4.000E+02 - 5.000E+02
5.000E+02 - 6.000E+02
6.000E+02 - 7.000E+02
7.000E+02 - B8.000E+02
8.000E+02 - 9.000E+02
9.000E+02 - 1.000E+03

Vol Hg % Volume -dV/(log d) Surf Area
Interval in Interval in Interval
[cec/qg] [cc/ (pm-qg) ] (m2/g]
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0::0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 Q0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0000 0.0 0.0000 0.0004
0.0034 Qi 00057 0.0507
0.0128 ;.3 0.0281 0.1959
0.0162 0.4 0.0468 0.3404
0.0165 0.4 0.0635 0.4613
0.0154 0.4 0.0822 0.5561
0.0140 0.4 0. 1120 0.6314
0.0125 0.3 0.1776 0.6913
0.0108 03 0.4829 0.7367
0.0584 1.5 -0.3317 0.9109
0.0205 0:.5 -0.0515 0.9456
0.0083 0.2 -0.0152 0.9554
0.0025 Gl -0.0039 0.9578
0.0196 B:h -0.0265 0.9725
0.0158 0.4 -0.0195 0.9821
0.0137 0.4 -0.0157 0.9894
0.0097 0::3 -0.0104 0.9940
0.0086 0.2 -0.0088 0.9976
0.0698 1.8 -0.0594 1.0181
0.0396 1.0 -0.0283 1.0245
0.0573 15 -0.0371 1.0310
0.0351 0.9 -0.0212 1.0341
0.0281 07 -0.01le1 103862
0.0206 0.5 -0.0113 1..0375
0.0314 0.8 -0.0167 1.0391
0.0319 0.8 -0.0165 1.0406
0.0360 0.9 -0.0182 1.0422
0.3142 8.2 -0.1444 10510
0.3769 9.8 -0.1572 1.0571
0.3901 10.2 -0.1533 1.0616
0.4608 12.0 -0.1737 1.0657
0.3761 9.8 -0.1372 1.0685
0.3546 9.3 -0.1261 1.0706
0.3087 8.1 -0.1074 1.:0723
0.2685 T -0.0917 1.0736
02377 G2 -0.0798 1.0746



Report date: 05/13/2010

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID SKF45-4-708-0.4
Sample Weight 0.0146 grams
Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS
Operator ISMAEL

Interpolated
Vol. in pores with diameter greater
Vol. in pores with diameter between

Vol. in pores with diameter smaller

Total pore volume intruded

Page

Merged File

File Name 454708BH Merged

Bulk Sample Volume 1.0000 cc

Hg Contact Angle (T T8000° . IEYTE0.

Moving Point Avg. 11 (Scan Mode)
Mercury volume normalized by sample

Intrusion Pore Size

than 999.99997 pm
999,99997 and 0.00708 um
than 0.00708 pm

0.1320
3.6961
0.0000

3.8281

00°

weight.

cc/g
cc/g
cc/g

cc/g



Merged File

: 05/13/2010

Report date

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

version 5.10

File Name

708-0.4

0.0146 grams

-4

SKF45

454708BH Merged

Sample ID

0000 cc

Bulk Sample Volume 1

Sample Weight

Sample Description

Comments

.00°, (E)140.00°
(Scan Mode)

(I)140

14

Hg Contact Angle
Moving Point Avg.

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vel. 0

000 % FS

Mercury volume normalized by sample weight.

ISMAEL

Operator

Pore Size Histogram

Intr. Volume vs.

Norm.

= ) o gy w w [=)] o
w — = B =] ™ o f=]
[=)] = w ™~ ~ — u o
(42 ] ™ o™ ™ — — (=] [=]
=] o o o =] o (=] o

[B/0D] sumToA POZTTEWION

1000

Diameter [pm]



Merged File

05/13/2010

Report date

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

version 5.10

0000 cc

454708BH Merged

File Name
Bulk Sample Volume 1

SKF45-4-708-0.4
0.0146 grams

Sample Weight

Sample ID

ts
Hg Surface Tension 480.00 erg/cm?

Sample Description

00°

(I)140.00°, (E)140

11
Mercury volume normalized by sample weight.

Hg Contact Angle

(Scan Mode)

Moving Point Avg.

0.000 % FS
ISMAEL

Minimum Delta Vol.

Operator

Pore Size

Normalized Volume vs.

4.0195
336105
3.2156
2.8136
2.4117
1.6078
1.2058
0.8039—-“
0.4019
0.0000

[b/0oD] sumTop POZTTEWION

Diameter [um]



Merged File

05/13/2010

Report date:

version 5.10

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

0000 cc

454708BH Merged

Bulk Sample Volume 1

File Name

-0.4

SKF45-4-708
0.0146 grams

Sample Weight

Sample ID

Sample Description

Comments

00°

(I)140.00°%, (E)140
(Scan Mode)

11

Moving Point Avg.

Hg Contact Angle

0.000 % FS
ISMAEL

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol

Operator

Mercury volume normalized by sample weight.

Pore Size

Percent Intruded Volume vs.

[¢] swnToA PSpPNIIUI IUSDISJ

Diameter [pm]



Merged File

05/13/2010

Report date:

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

version 5.10

0000 cc

454708BH Merged

File Name
Bulk Sample Volume 1

-0.4

SKF45-4-708
0.0146 grams

Sample Weight

Sample ID

Sample Description

Comments

(I)140.00°, (E)140.00°

11
Mercury volume normalized by sample weight.

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol.

Operator

(Scan Mode)

Moving Point Avg.

0.000 % FS
ISMAEL

Pore Size

Surface Area vs.

0.9031

0.5644

0.4515

eaiy s9oeIang

0.3387

0.0000

Diameter [pm]



