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Report date: 02/05/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

version 5.10

ICMABSKF25-4-708-0.4 File Name 256708H Merged

Sample ID .
0.0123 grams Bulk Sample Volume 1.0000 cc

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°, (E)140.00°

Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)
Operator ISMAEL Mercury volume normalized by sample weight.
Interpolated Intrusion Pore Size
Mean Pore Vol Hg % Volume -dvV/(log d) Surf Area
Pressure Diameter in Interval in Interval in Interval
[PSI] [pm] [cc/g] [cc/ (pm-g) ] [m2/g]
28269.36 7.092E-03 - 8.000E-03 0.0000 0.0 0.0000 0.0016
25096.73 8.000E-03 - 9.000E-03 0.0000 0.0 0.0000 0.0016
22454.97 9.000E-03 - 1.000E-02 0.0000 0.0 0.0000 0.001le
14221.48 1.000E-02 - 2.000E-02 0.0000 0.0 0.0000 0.0016
8532.89 2.000E-02 - 3.000E-02 0.0000 0.0 0.0000 0.0016
6094.92 3.000E-02 - 4.000E-02 0.0000 0.0 0.0000 0.001e6
4740.49 4.000E-02 - 5.000E-02 0.0000 0.0 0.0000 0.0016
3878.59 5.000E-02 - 6.000E-02 0.0000 0.0 0.0000 0.0016
3281.88 6.000E-02 - 7.000E-02 0.0000 0.0 0.0000 0.0016
2844 .30 7.000E-02 - 8.000E-02 0.0000 0.0 0.0000 0.0016
2509.67 8.000E-02 - 9.000E-02 0.0000 0.0 0.0000 0.0016
2245.50 9.000E-02 - 1.000E-01 0.0000 0.0 0.0000 0.0016
1422.15 1.000E-01 - 2.000E-01 0.0288 0.2 0.0349 0.6835
853.29 2.000E-01 - 3.000E-01 0.0666 05 0.1106 1.7573
609.49 3.000E-01 - 4.000E-01 0.0738 0.6 0.1619 2.6065
474.05 4.000E-01 - 5.000E-01 0.0779 0.6 0.2247 3.3025
387.86 5.000E-01 - 6.000E-01 0.0797 0.7 0.3068 3.8827
328.19 6.000E-01 - 7.000E-01 0.0781 0.6 0.4177 4.3655
284.43 7.000E-01 - 8.000E-01 0.0763 0.6 0.6106 4.7734
250.97 8.000E-01 - 9.000E-01 0.0739 0.6 1.0463 5.1219
224.55 9.000E-01 - 1.000E+00 0.0707 0.6 3.1747 5.4216
142.21 1.000E+00 - 2.000E+00 0.5357 4.4 -3.0423 6.9553
85.33 2.000E+00 - 3.000E+00 0.2889 2.4 -0.7261 7.4353
60.95 3.000E+00 - 4.000E+00 0= 1538 1.3 -0.2829 7.6141
47.40 4.000E+00 - 5.000E+00 0.2406 2.0 -0.3684 7.8218
38:79 5.000E+00 - 6.000E+00 0.4719 50 -0.6374 8.1658
32.82 6.000E+00 - 7.000E+00 0.3861 3.2 -0.4750 8.4045
28.44 7.000E+00 - 8.000E+00 0.2396 2.0 =0.2738 8.5330
25.10 8.000E+00 - 9.000E+00 0.1246 1.0 -0.1341 8.5923
22.45 9.000E+00 - 1.000E+01 0.0647 0.5 -0.0662 8.6196
14.22 1.000E+01 - 2.000E+01 0.4111 3.4 -0.3495 8.7422
8.53 2.000E+01 - 3.000E+01 0.2286 1.9 -0.1636 8.7793
6.09 3.000E+01 - 4.000E+01 0.1823 1.5 -0.1180 8.8003
4.74 4.000E+01 - 5.000E+01 0.2095 1.7 -0.1267 8.8189
3.88 5.000E+01 - 6.000E+01 0.2150 1:8 =0:1236 8.8346
3.28 6.000E+01 - 7.000E+01 01625 1.3 -0.0896 8.8447
2.84 7.000E+01 - 8.000E+01 0.1494 1.2 -0.0797 8..8527
2.51 8.000E+01 - 9.000E+01 0.1396 1.2 -0.0724 8.8593
2.25 9.000E4+01 - 1.000E+02 0.1196 1.0 -0.0605 8.8643
1.42 1.000E+02 - 2.000E+02 1.2879 10.6 -0.5919 8.8999
0.85 2.000E+02 - 3.000E+402 1.0885 9.0 ~0.4539 8.9176
0.61 3.000E+02 - 4.000E+402 1.0493 B.6 -0.4125 8.9296
0.47 4.000E+02 - 5.000E+02 0.9509 7.8 -0.3584 8.9381
039 5.000E+02 - 6.000E+02 0.8836 T3 -0.3224 8.9446
0.33 6.000E+02 - 7.000E+02 0.7072 5.8 -0.2514 8.9490
0.28 7.000E+02 - 8.000E+02 0.5342 4.4 -0.1858 8.9518
0525 8.000E+02 - 9.000E+02 0.4791 3.9 -0.1635 8.09541
0.22 9.000E+02 - 1.000E+03 0.1743 1.4 -0.0585 8.9548
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Sample ID ICMABSKF25-4-708-0.4 File Name

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS
Operator ISMAEL

0.0123 grams

Interpolated

Vol. in pores with diameter greater
Vol. in pores with diameter between
Vol. in pores with diameter smaller

Total pore volume intruded
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than 0.00709 um
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Report date: 02/05/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10
Sample ID ICMABSKF25-4-708-0.4 File Name 256708H_Merged
Sample Weight 0.0123 grams Bulk Sample Volume 1.0000 cc
Sample Description
Comments
Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°, (E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)
Operator ISMAEL Mercury volume normalized by sample weight.

Standard Report

Data Acquisition Parameters

Density of Mercury ..... 13.5000 [g/cc]
TEMPEEAEIIE  wwmmmns saawmve 20.00 [*C]

High Pressure

Data File Name ........ 256708H.PRM
Analysis Date .... 02/05/2010

# of repeat cycles .... 0
Penetrometer Constant . 1544 [mV/cc]
Auto-0il Fill Time .... 5 [sec]
BUN MOAE cwnvn wie ansimmnsmss o Fixed Speed
Motor Speed ........... 20

Low Pressure

Data File Name ........ 256708 .PRM
Analysis Date .... 02/05/2010

# of repeat cycles .... 0
Penetrometer Constant . 1721 [mV/cc]
Evacuation Rate ....... 10

Fine Evac. Until ...... 2.0000 [min.]
Coarse Evac. Until .... 5.0000 [min.]

1046 Points Acquired 724 Pts in Intrusion Range 322 Pts in Extrusion Range
1043 Points Used 723 Intrusion Pts Used 320 Extrusion Pts Used

Intrusion Statistics

Pressure Range : 0.199 PSIA to 30078.793 PSIA
Pore Diameter Range : 1073.302979 pm to 0.007092 um

Pore Diameter Statistics Summary

Mean Mode Median
(df/dD)
| 1.010E+01 cc/g [8.623E-01 cc/ (pm-g) | 6.070E+00 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 5.423E+00 pum | 4.372E-01 pm | 1.872E+02 pm
| 9.863E-01 m?/g |6.445E+00 m?/ (pm—-g) | 4.477E+00 m?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 5.423E+00 pm | 1.911E-01 pm | 7.160E-01 pm
Pore | 1.266E-04 | 3.782E+02 | 5.274E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 5.423E+00 pm | 2.266E-01 pm | 2.724E-01 pm
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Report date: 02/05/2010 Merged File

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID ICMABSKF25-4-708-0.4 File Name 256708H_Merged

Sample Weight 0.0123 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle {(I)140.00°, (E)140.00°
Minimum Delta Vol. 0.000 % FS3 Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Report

Mercury Porosimetry Data Summary

Total Intruded Volume 12.1401 cc/g Bulk (Particle) Density n/a [g/cc]
Total Surface Area 8.9550 m?/g Apparent Density n/a [g/cc]
Extrusion Statistics

Pressure Range : 29596.895 PSIA to 45.248 PSIA
Pore Diameter Range : 0.007208 pum to 4.714560 pm
Pore Diameter Statistics Summary
Mean Mode Median
(df/dD)
| 1.214E+01 cc/g |6.692E-01 cc/(pm-g) | 1.187E+01 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 5.894E-01 pm | 2.471E-01 pm | 5.406E-01 pm
| 8.955E+00 m2/g |6.141E+00 m?/ (pm-g) | 7.147E+00 m2?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 5.894E-01 pm | 2.017E-01 pm | 3.102E-01 um
Pore | 6.900E-03 | 4.726E+02 | 5.444E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 5.894F-01 pm | 2.120E-01 pm | 2.347E-01 um
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Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

0.0123 grams

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.
Operator

Pressure
[PSI]

0.199
0.291
0.398
0.530
0.665
0.778
0.910
1.056
1.189
1.341
1.502
166!
.830
.997
2151
s 3
.493
.665
.841
.028
+ 225
.457
Freoml
.921
AR
.369
.626
.898
skl
.453
<3S
.010
w3
.648
. 985
.314
.648
.026
.423
832
.265
.714
10.173
10.654
13513,
BB )
12.089
12.671
135220

DO~V OO E R WWWWWNDRoONODMNON R

256708H_Merged
Bulk Sample Volume 1.0000 cc

Hg Contact Angle

(1)140.00°, (E)140.00°

0.000 % FS Moving Point Avg. 11 (Scan Mode)
ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion

Printing one out of every 5 data points.

Pore
Diameter
[pm]

1.073E+03
7.335E+02
5.360E+02
4.025E+02
3.209E+02
2.744E+02
2.345E+02
2.019E+02
1.795E+02
1.591E+02
1.420E+02
1.285E+02
1.165E+02
1.068E+02
9.918E+01
9.206E+01
8.558E+01
8.006E+01
7.510E+01
7.045E+01
6.615E+01
6.171E+01
5.764E+01
5.441E+01
5.157E+01
4.882E+01
4.612E+01
4 .355E+01
4.121E+01
3.912E+01
3.719E+01
3.550E+01
3.380E+01
3.209E+01
3.054E+01
2.917E+01
2.789E+01
2.658E+01
2.533E+01
2.415E+01
2.302E+01
2.196E+01
2.097E+01
2.002E+01
1.916E+01
1.843E+01
1.765E+01
1.684E+01
1.613E+01

Volume
Intruded
[cc/qg]

0.0000
1.0461
2.4974
3.7382
4.6035
5.0943
5.5164
5.8803
6.1500
6.4187
6.6704
6.8407
6.9909
%1158
721993
7.2839
7.3686
7.4490
745230
7.5928
7.6489
7.7282
7.8097
7.8763
7.9419
8.0043
8.0667
8.1238
8.1640
8.2011
8.2370
B.2666
8.2973
8.3301
8.3576
8.3851
8.4105
8.4412
8.4729
8.5025
8.5300
8.5554
8.5755
8.5967
8.6189
86379
8.6538
8.6792
8.7035

Delta % Volume Dv (d) -dv/d(log d)
Volume Intruded

[cec/g] % [ce/ (pm-qg) ] [ecec/g]
0.0000 0.00 1.750E-03 5.558E+00
1.0461 8.62 4.205E-03 7.862E+00
1.4513 20.57 8.212E-03 1.022E+01
1.2408 30.79 1.048E-02 9.542E+00
0.8653 37.%2 1.117E-02 8.082E400
0.4908 41.96 1.070E-02 6.765E+00
0.4221 45.44 1.112E-02 6.011E+00
0.3639 48.44 1.167E-02 5.440E+00
0.2697 50.66 1.248E-02 5.197E+00
0.2687 52.87 1.398E-02 5.154E+400
0.2518 54.95 1.395E-02 4.549E+00
0.1T703 96.35 1.299E-02 3.843E+400
0.1502 57.59 1.270E-02 3.421E+00
0.1248 58.61 1.217E-02 2.985E+00
0.0836 59.30 1.161E-02 2.663E+00
0.0846 60.00 1.229E-02 2.625E4+00
0.084¢6 60.70 1.377E-02 2.726E4+00
0.0804 61.36 1.455E-02 2.693E+00
0.0740 61.97 1.495E-02 2.586E+00
0.0698 62.54 1.421FE-02 2.306E+00
0.0561 63.01 1.521E-02 2.337E4+00
0.0793 63.66 1.821E-02 2.610E400
0.0815 64.33 2.023E-02 2.695E+00
0.0666 64.88 2.186E-02 2.750E+00
0.0656 65.42 2.282E-02 2.723E4+00
0.0624 65.93 2.309E-02 2.606E+00
0.0624 66.45 2.270E-02 2.419E+00
0.0571 66.92 2.014E-02 2.018E+00
0.0402 67.25 1.771E-02 1.685E+00
0.0370 67.55 1.835E-02 1.657E+00
0.0359 67.85 1.817E-02 1.559E+00
0.029e6 68.09 1.770E-02 1.453E+00
0.0307 68.35 1.868E-02 1.461E+00
0.0328 68.62 1.831E-02 1.358E+00
0.0275 68.84 1.922E-02 1.356E+00
0.0275 69.07 2.016E-02 1.357E+00
0.0254 69.28 2.144E-02 1.387E+00
0.0307 69.53 2.399E-02 1.476E+00
0.0317 69.79 2.541E-02 1.487E+00
0.0296 70.04 2.482E-02 1.385E+00
0.0275 70.26 2.408E-02 1.280E+00
0.0254 70.47 2.243E-02 1.135E+00
0.0201 70.64 2.127E-02 1.033E+00
0.0211 70.81 2.375E-02 1.100E+0Q0
0.0222 71.00 2.568E-02 1.135E+00
0.0190 71.15 2.291E-02 9.733E-01
0.0159 71.28 2.534E-02 1.040E+00
0.0254 71.49 3.160E-02 1.233E+00
0.0243 71.69 3.400E-02 1.265E+00
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Report date: 02/05/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

ICMABSKF25-4-708-0.4 File Name 256708H_Merged
0.0123 grams Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dw (d) -dv/d(log d)
Diameter Intruded Volume Intruded
[PSI] [pm] [cec/g] [cc/g] & [cc/ (um-g) ] [cc/g]

13743 1.552E+01 8.7236 0.0201 71.86 3.394E-02 1.215E+00
14.304 1.491E+01 8.7437 0.0201 72.02 3.421E-02 1.178E+00
14.877 1.434E+01 8.7638 0.0201 72.19 3.764E-02 1.250E+00
15.464 1.379E+01 8.7860 0.0222 92..37 4.452E-02 1.423E+00
16.058 1.328E+01 8.8114 0.0254 72.58 4.860E-02 1.491E+00
16.680 1.279E+01 8.8346 0.0233 72771 4.716E-02 1.393E+00
17.333 1.231E+01 8.8569 0.0222 72.96 5.330E-02 1.520E+00
17.996 1.185E+01 8.8854 0.0286 1319 6.274E-02 1.717E+00
18.674 1.142E+01 8.9129 0.0275 73.42 5.766E-02 1.517E+00
19.352 1.102E+401 8.9330 0.0201 73:58 5.709E-02 1.457E+00
20.057 1.064E+01 8.9574 0.0243 7378 6.720E-02 1.656E+00
20.803 1.025E+01 8.9859 0.0286 74.02 7.906E-02 1.871E+00
21.534 9.906E+00 9.0145 0.0285 74.25 7.432E-02 1.695E+00
22.283 9.573E+00 9.0356 0.0212 74.43 5.990E-02 1.323E+00
23.069 9.247E+00 9.0536 0.0180 74.58 6.868E-02 1.470E+00
23.853 8.943E+00 9.0780 0.0243 74.78 8.570E-02 1.774E+00
24.645 8.656E+00 9.1054 0.0275 75.00 1.035E-01 2.074E+00
25.481 8.372E+00 9.1382 0.0328 7 LS P 1.287E-01 2.497E+00
26.388 8.084E+00 9.1806 0.0423 75.62 1.746E-01 3.277E+00
27.370 7.794E+00 9.2430 0.0624 76.14 2.129E-01 3.834E+00
28.367 7.520E+00 9.3022 0.0592 76.62 2.235E-01 3.883E+00
29.388 7.259E+00 9.3625 0.0603 77.12 2.532E-01 4_.255E+00
30413 7.014E+00 9.4323 0.0698 77.70 3.058E-01 4.963E+00
31.445 6.784E+00 9.51086 0.0783 78.34 3.497E-01 5.481E+00
32.468 6.570E+00 9.5889 0.0783 78.99 3.841E-01 5.833E+00
33.474 6.373E+00 9.6703 0.0814 79.66 4.233E-01 6.229E+00
34.467 6.189E+00 9.7507 0.0804 80.32 4.112E-01 5.867E+00
35.469 6.014E+00 9.8174 0.0666 80.87 4.097E-01 5.696E+00
36.611 5.827E+00 9.8988 0.0814 81.54 4.665E-01 6.294E+00
37.938 5.623E+00 10.0035 0.1047 82.40 5.074E-01 6.590E+00
39.328 5.424E+00 10.1040 0.1005 83.23 4.833E-01 6.039E+00
40.686 5.243E+00 10.1844 0.0804 83.89 4.455E-01 5.390E+00
41.998 5.079E+00 10.2574 0.0730 84.49 4.645E-01 5.450E+00
43.298 4.927E+00 103325 0.0751 85.11 5.063E-01 5.767E+00
44,738 4.768E+00 10.4164 0.0839 85.80 3.674E-01 4.034E+00
51.488 4.143E+00 10.5167 0.1003 86.63 2.060E-01 1.941E+00
67.174 3.176E+00 10.6575 0.1409 87.79 1.780E-01 1.357E+00
90.821 2.349E+00 10.8546 0.19270 89.41 2.890E-01 1.616E+00
121.779 1.752E400 11.0844 0.2298 91.30 4.393E-01 1.803E+00
165.017 1.293E+00 11,3259 0.2415 93.29 5.879E-01 1.757E+00
227.296 9.385E-01 11.5574 0.2315 95.20 7.212E-01 1.545E+00
319.441 6.678E-01 11.7600 020257 96.87 8.214E-01 1.233E+00
454.719 4.691E-01 11.9175 0.1574 98.17 8.612E-01 8.921E-01
643.281 3.316E-01 12.0217 0.1042 99.02 8.285E-01 6.021E-01
886.720 2.406E-01 12.0856 0.0639 99.55 7.480E-01 3.952E-01
1177.321 1.812E-01 12.1223 0.0367 99.85 5.935E-01 Z+.323E=01
1502.730 1.420E-01 12 21371 0.0149 99.98 3.341E-01 9.882E-02
1851.714 1.152E-01 12.1401 0.0029 100.00 9.428E-02 2.180E-02
2218.342 9.616E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
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Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

ICMABSKF25-4-708-0.4 File Name 256708H Merged

Sample ID )
0.0123 grams Bulk Sample Volume 1.0000 cc

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded
[P5I] [pm] [ce/g] [ce/qg] % [ce/ (pm=-g) ] [cc/gl

2597.567 8.212E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
2984.299 7.148E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
3380.008 6.311E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
3786.994 5.633E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
4203.759 5.075E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
4627.678 4.610E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
5057.103 4.218E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
5492.370 3.884E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
5935.109 3.594E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
6386.394 3.340E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
6845.964 3.116E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
7313.234 2.917E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
7788.074 2.739E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
8270.905 2.579E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
8762.265 2.435E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
9263.173 2.303E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
9773.535 2.183E-02 12.1.401 0.0000 100.00 0.000E+00 0.000E+00
10292233 2.073E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
10818.381 1.972E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
11352.438 1.879E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
11894.362 1.793E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
12443.638 1.714E-02 12624070, 0.0000 100.00 0.000E+00 0.000E+00
13000.234 1.641E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
13564.266 1.573E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
14135.605 1.509E-02 12.:1401 0.0000 100.00 0.000E+00 0.000E+00
14714.351 1.450E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
15300.858 1.394E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
15894.928 1.342E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
16496.631 1.293E-02 123401 0.0000 100.00 0.000E+00 0.000E+00
17106.188 1.247E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
17723.295 1.204E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
18348.432 1.163E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
18981.150 1.124E-02 1253401 0.0000 100.00 0.000E+00 0.000E+00
19621.545 1.087E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
20269.623 1.052E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
20925.045 1.019E-02 12.1401 0.0000 100.00 0.000E+00 0.000E+00
21587.236 9.882E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
22256.285 9.585E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
22930.539 9.303E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
23606.482 9.037E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
24285.107 8.784E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
24971.514 8.543E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
25667.969 8.311E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
26400.480 8.080E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
27217.654 7.838E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
28146.305 7.579E-03 12.1401 0.0000 100.00 0.000E+00 0.000E+00
29201.79% 7.305E-03 12.1401 0.0000 100.00 4.583E-03 7.854E-05
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0000 cc
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Bulk Sample Volume 1

708-0.4 File Name
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0.0123 grams

ICMABSKF25-

Sample Weight

Sample ID

Sample Description

Comments

00°

-

{1)140.00°, (E)140
(Scan Mode)

1 3

Hg Contact Angle
Moving Point Avg.

0.000 % FS
ISMAEL

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

Normalized Volume vs.

11.472

8.923

6.374

SWNTOA PSZTTBWION

T 2705 i

Diameter [num]
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254708H Merged
Bulk Sample Volume 1.0000 cc

ICMABSKF25-4-708-0.4 File Name

0.0123 grams

Sample ID

Sample Weight

Sample Description

Comments

00°

(I)140.00°, (E)140

31
Mercury volume normalized by sample weight.

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)

Moving Point Avg.

0.000 & FS
ISMAEL

Minimum Delta Vol.

Operator

Intr. Volume vs.

Norm.

Pore Size Histogram

T
1
|
1
V
|
'

el

el i i

—_——

h

11823

1.0641

0.9459

0.8276 |-t

0.7094 ¢

[6/00]

0.5912 |
.4729

0

SUMTOA PRZTTRWION

0.3547

0.2365

0.1182

0.0000

6E-3

Diameter [um]
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Sample Description

Comments

.00°

(I)140.00°, (E)140

11

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol

Operator

(Scan Mode)

Moving Point Avg.

0.000 % FS
ISMAEL

Mercury volume normalized by sample weight.

Pore Size

Percent Intruded Volume vs.

[¢] sumTop pepnIlul jusdIsd

Diameter [pum]
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Bulk Sample Volume 1
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Sample Description

Comments

00°

(1)140.00°, (E)140.
11 (Scan Mode)

Mercury volume normalized by sample weight.

Hg Contact Angle
Moving Point Avg.

480.00 erg/cm?

0.000 % FS
ISMAEL

ion

Hg Surface Tens

Minimum Delta Vol

Operator

Pore Size

Surface Area vs.

9.4027

7.5222

4.7014
x5 b

B/,u] eOIY ®0BIING

2.8208

1.8805

0.9403

Diameter [pm]



