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ISMAEL

343708H_Merged
Bulk Sample Volume 1.0000 cc

Hg Contact Angle (1)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)
Mercury volume normalized by sample weight.

Interpolated Intrusion Pore Size

Pore Vol Hg $ Volume -dV/(log d) Surf Area
Diameter in Interval in Interval in Interval
[pm] [cc/gl [ce/ (pm-g) ] [m2/g]
7.115E-03 - 8.000E-03 0.0000 0.0 0.0000 0.0010
8.000E-03 - 9.000E-03 0.0000 0.0 0.0000 0.0010
8.000E-03 - 1.000E-02 0.0000 0.0 0.0000 0.0010
1.000E-02 - 2.000E-02 0.0000 0.0 0.0000 0.0010
2.000E-02 - 3.000E-02 0.0000 0.0 0.0000 0.0010
3.000E-02 - 4.000E-02 0.0000 0.0 0.0000 0.0010
4_.000E-02 - 5.000E-02 0.0000 0.0 0.0000 0.0010
5.000E-02 - 6.000E-02 0.0000 0.0 0.0000 0.0010
6.000E-02 - 7.000E-02 0.0000 0.0 0.0000 0.0010
7.000E-02 - 8.000E-02 0.0000 0.0 0.0000 0.0010
8.000E-02 - 9.000E-02 0.0000 0.0 0.0000 0.0010
9.000E-02 - 1.000E-01 0.0002 0.0 0.0002 0.0099
1.000E-01 - 2.000E-01 0.0795 0.7 0.0965 2.0748
2.000E-01 - 3.000E-01 0.1058 1.0 0.1758 3.7818
3.000E-01 - 4.000E-01 0.1094 1.0 0.2400 5.0425
4.000E-01 - S5.000E-01 0.1094 1.0 0.3155 6.0211
5.000E-01 - 6.000E-01 0.1127 g 0L 0.4340 6.8413
6.000E-01 - 7.000E-01 0.1203 1.3 0.6428 7.5835
7.000E-01 - 8.000E-01 0.1279 1.2 1.0234 8.2667
8.000E-01 - 9.000E-01 0.1348 1.2 1.9093 8.9010
9.000E-01 - 1.000E+00 0.1386 1.2 6.2216 9.4857
1.000E+00 - 2.000E+0Q0 1.3151 11.8 -7.4681 13.1744
2_.000E+00 3.000E+00 0.8305 7.5 -2.0870 14.5565
3.000E+00 4.000E+00 0.3589 A2 -0.6596 14.9786
4.000E+00 5.000E+00 0.1163 1.0 -0.1781 15.08586
5.000E+00 6.000E+00 0.0779 0.7 -0.1052 15.1419
©€.000E+00 7.000E+00 0.0709 0.6 -0.0872 15.1863
7.000E+00 8.000E+00 0.0413 0.4 -0.0472 15.2083
8.000E+00C S.000E+00 0.0269 0.2 -0.0289 15.2211
9.000E+00 1.000E+01 0.0246 0.2 -0.0252 15.2314
1.000E+401 2.000E4+01 0.1582 1.4 -0.1345 15.2788
2.000E+01 3.000E+01 0.0890 0.8 -0.0637 15.2930
3.000E+01 4_00CE+01 §.0842 0.8 -0.0545 15.34627
4_000E+01 5.000E+01 0.1047 0.9 -0.0633 15.3120
5.000E+01 6£.000E+01 .1028 0.8 -0.08591 15.315%6
6.000E+01 7.000E+01 0.1148 1.0 -0.0633 15.3267
7.000E+01 8.000E+01 0.0B8% g.8 -0.0474 25,3315
8.000E+01 9.000E+01 0.05997 0.9 —8.0517 15.3362
S.000E+401 1.000E402 0.0881 0.5 -0.0435¢ 15.3403
1.000E+02 2.000E+02 i1.0514 9.5 -0.4832 15.37060
2.0G0E+G2Z 3.000E+02 1.1187 10.1 -0.4665 15.387%
3.000E+02 4 _000E+Q2 1.3408 § S0 -8.5270 15.4034
4,000E+02 5.000E+02 1.0163 8.1 -0 .3830 15.41235
5.0060E+02 6.000E+0G2 §.65802 6.2 -0.2519 15.417¢6
6.000E+02 7.000E+02 0.4607 4.1 -0.1638 15_4204
7.006E+02 8.00CE+02 §6.2722 Zih -$.0947 15.4219
2.000E4+02 53.000E4+02 0.1627 1.5 -0_.055¢6 15.4227
9.000E+02 1.000E+03 0.1262 1.3 -0.0424 15.4232
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Sample ID ICMABSKF34-3-708-0.4 File Name 343708H Merged

Sample Weight 0.0128 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°,(E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Interpolated Intrusion Pore Size

Vol. in pores with diameter greater than 999.99997 um 0.0283 cc/g
Vol. in pores with diameter between 999.99997 and 0.00711 um 11.0805 cc/g
Vol. in pores with diameter smaller than 0.00711 um = 0.0000 cc/g

Total pore volume intruded 11.1088 cc/g
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Report date: 02/08/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

version 5.10

ICMABSKF34-3-708-0.4 File Name 343708H_Merged
0.0128 grams Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (1)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Standard Report
Data Acquisition Parameters
Density of Mercury ..... 13.5000 [g/cc]
TemperatUre .....e.eeooa. 20.00 [PC]

High Pressure

Data File Name 343708H.PRM

Analysis Date .... 02/08/2010
# of repeat cycles .... 0
Penetrometer Constant . 1544 [mV/cc]
Auto-0il Fill Time .... 5 [sec]
Run Mode .............. Fixed Speed
Motor Speed .......... . 20

Low Pressure
Data File Name ..... ... 343708.PRM
Analysis Date .... 02/08/2010
# of repeat cycles .... 0
Penetrometer Constant . 1721 [mV/cc]
Evacuation Rate ....... 10
Fine Evac. Until ...... 2.0000 [min.]
Coarse Evac. Until .... 5.0000 [min.]

1014 Points Acquired
1011 Points Used

684 Pts in Intrusion Range
683 Intrusion Pts Used

330 Pts in Extrusion Range
328 Extrusion Pts Used

Intrusion Statistics

0.199 PSIA to 29982.193 PSIA
1073.302979 pm to 0.007115 pm

Pressure Range :
Pore Diameter Range

Pore Diameter Statistics Summary
Mode

(df/dD)

Mean Median

| 8.040E+00 cc/g
at a diameter of
| 2.878E+00 pm

|1.467E+00 cc/ (pm-g)
| at a diameter of
| 1.044E+00 pm

5.560E+00 cc/g
at a diameter of
1.643E+02 pm

| 1.025E+00 m?/g
at a diameter of
| 2.878E+00 pm

[1.291E+01 m?/ (pm—-g)
| at a diameter of
| 1.418E-01 pm

7.712E+00 m2?/g
at a diameter of
7.100E-01 pm

Pore | 1.187E-03
Number | at a diameter of
Fraction | 2.878E+00 pum

| 3.164E+4+02
| at a diameter of
| 1.637E-01 pm

5.205E-01
at a diameter of
2.273E-01 pm

1
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version 5.10

Sample ID ICMABSKF34-3-708-0.4 File Name 343708H_Merged

Sample Weight 0.0128 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°,(E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Repor:
Mercury Porosimetry Data Summary

Total Intruded Volume 11.1088 cc/g Bulk (Particle) Density n/a [g/cc]
Total Surface Area 15.4233 m?/g Apparent Density n/a [g/cc]

Extrusion Statistics

Pressure Range : 29543.215 PSIA to 40.308 PSIA
Pore Diameter Range : 0.007221 pm to 5.292333 pm

Pore Diameter Statistics Summary

Mean Mode Median
(df/dD)
| 1.111E+01 cc/g |1.467E-01 cc/ (pm-g) | 1.091E401 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 2.186E+00 um | 1.493E4+00 pm | 3.116E-01 um
| 1.542E+01 m?/g |1.855E+00 m?/ (pm-g) | 1.506E4+01 m?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 2.186E+00 pm | 7.221E-03 pm | 1.244E-01 pm
Pore | 8.388E-02 | 8.388E+02 | 5.079E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 2.186E+00 pum | 7.221E-03 pum | 1.148E+00 um
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ICMABSKF34-3-708-0.4 File Name 343708H_Merged
0.0128 grams Bulk Sample Volume 1.0000 cc

Sample ID
Sample Weight

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol. 0.000 % FS Moving Point Avg. 11 (Scan Mode)
Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded

[PSI] [pm] [cc/gl [cc/g] % [cc/ (pm—-g) ] [cc/g]
0.199 1.073E+03 0.0112 00112 0.10 8.165E-04 2.607E+00
0.294 7.263E+02 0.5082 0.4971 4.58 2.480E-03 4.729E+00
0.410 5.203E+02 1.5704 1.0622 14.14 6.719E-03 8.587E+00
0.568 3.754E+02 3.0708 1.5003 27.64 1.191E-02 1.032E+01
0.731 2.919E+02 4.2072 1.1364 37.87 1.399E-02 9.090E+00
0.854 2.498E+02 4.7134 0.5062 42.43 1.198E-02 6.781E+00
0.964 2.213E+02 5.0112 0.2978 45,41 1.036E-02 5.265E+00
1.083 1.970E+02 5.2460 0.2348 47.22 9.673E-03 4.399E+00
1.217 1.753E+02 5.4513 0.2053 49.07 9.689E-03 3.915E+00
1:352 1.577E+02 5.6190 0.1677 50.58 9.804E-03 3.570E+00
1.484 1.438E+02 5.7583 0::1393 51.84 1.039E-02 3.461E+00
1.618 1.318E+02 5.8884 0.1301 53.01 1.117E=-02 3.414E+00
1.769 1.206E+02 6.0185 0.1301 54.18 1.214E-02 3.387E+00
1.924 1.109E+02 6.1405 0.1220 55.28 1.236E-02 3.163E+00
2.086 1.023E+02 6.2432 0.1027 56.20 1.149E-02 2.705E+00
2.256 9.456E+01 6.3245 0.0813 56.93 1.021E-02 2.227E+00
2.430 8.780E+01 6.3885 0.0640 57 ..51 9.613E-03 1.949E+00
2.601 8.201E+01 6.4434 0.0549 58.00 1.002E-02 1.900E+00
2.778 7.680E+01 6.4973 0.0539 58.49 9.736E-03 1.724E+00
2.968 7.186E+01 6.5410 0.0437 58.88 8.812E-03 1.464E+00
3065 6.741E+01 6.5796 0.0386 59.23 1.019E-02 1.598E+00
3,352 6.363E+01 6.6254 0.0457 59.64 1.195E-02 1.758E+00
3.543 6.021E4+01 6.6670 0.0417 60.02 1.072E-02 1.479E+00
3738 5.707E+01 6.6924 0.0254 60.24 8.161E-03 1.074E+00
3.940 5.414E+01 6.7148 0.0224 60.45 9.729E-03 1.229E+00
4.142 5.150E+01 6.7483 0.0336 60.75 1.341E-02 1.602E+00
4.348 4.907E+01 6.7849 0.0366 61.08 1.301E-02 1.466E+00
4,578 4.660E+01 6.8093 0.0244 61.30 9.381E-03 1.009E+00
4.839 4.409E+01 6.8307 0.0214 61.49 9.936E-03 1.018E+00
5.136 4.153E+01 6.8602 0.0295 61.75 1.060E-02 1.017E+00
5.470 3.900E+01 6.8855 0.0254 61.98 9.642E-03 8.658E-01
5.884 3.626E+01 6.9089 0.0234 62.19 8.102E-03 6.792E-01
6.355 3.356E+01 6.9293 0.0203 62.38 8.256E-03 6.436E-01
6.879 3.101E+01 6.9516 0.0224 62.58 9.321E-03 6.682E-01
15357 2.900E+401 6.9709 0.0193 62 :75 1.013E-02 6.781E-01
Tos 82 2.741E+4+01 6.9872 0.0163 62.90 1.025E-02 6.496E-01
8.276 2.578E+01 7.0035 0.0163 63.04 1.019E-02 6.085E-01
8.843 2.412E+01 7.0208 0.0173 63.20 9.916E-03 5.519E-01
9.439 2.260E+401 7.0350 0.0142 63 .33 7.818E-03 4.047E-01
10.088 2.115E+01 7.0431 0.0081 63.40 5.896E-03 2.880E-01
10.770 1.981E+01 7.0512 0.0081 63.47 8.396E-03 3.887E-01
11.448 1.863E+01 7.0645 0.0132 63.59 1.124E-02 4.859E-01
12.057 1.769E+01 7.0756 0.0112 63.69 1.127E-02 4.589E-01
12.652 1.686E+01 7.0838 0.0081 63.77 1.154E-02 4.495E-01
13.313 1.602E+01 7.0939 0.0102 63.86 9.339E-03 3.443F-01
13.857 1.528E+01 7.0991 0.0051 63.90 8.974E-03 3.173E-01
14.616 1.459E+01 7.1062 0.0071 63.97 1.269E-02 4.324E-01
15.386 1.386E+01 7.1184 0.0122 64.08 1.596E-02 5.117E-01
16.222 1.315E+01 7.1295 0.0112 64.18 1.661E-02 5.042E-01

Hg Contact Angle

(I)140.00°,(E)140.00°
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ICMABSKF34-3-708-0.4 File Name 343708H_Merged
0.0128 grams Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle {I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d(leg d)
Diameter Intruded Volume Intruded
[PSI] [pm] [cec/gl [cc/g] % [cc/ (pm-g) ] [cc/gl

17.106 1.247E+01 7.1407 0.0112 64.28 2.183E-02 6.360E-01
18.006 1.185E+01 Tl 590 0.0183 64.44 2.710E-02 7.429E-01
18.898 1.129E+01 7.1742 0.0152 64.58 2.478E-02 6.418E-01
19.802 1.077E+01 7.1844 0.0102 64.67 2.351E-02 5.885E-01
20.701 1.031E+01 7.1976 0.0132 64.79 2.944E-02 7.028E-01
21.543 9.902E+00 7.2109 0.0132 64.91 2.932E-02 6.678E-01
22.388 9.529E+00 7.2200 0.0091 64.99 2.596E-02 5.710E-01
23.203 9.194E+00 T.2291 0.0091 65.08 2.354E-02 4.971E-01
23.923 8.917E+00 7.2342 0.0051 65.12 1.499E-02 3.081E-01
24.654 8.652E+00 2313 0.0030 65.15 2.170E-02 4.379E-01
25.549 8.349E+00 7.2474 0.0102 65.24 3.245E-02 6.274E-01
26.684 7.995E+00 7.2596 0.0122 65.35 3.600E-02 6.667E-01
279591 7.627E+00 T.2738 0.0142 65.48 4.266E-02 7.552E-01
29.287 7.284E+00 7.2912 020373 65.63 4.244E-02 7.098E-01
30.549 6.983E+00 T+3013 0.0102 65.73 3.051E-02 4.881E-01
31.739 6.721E+00 7.3074 0.0061 65.78 4.678E-02 7.347E-01
32.930 6.478E+00 73257 0.0183 65.94 8.423E-02 1.270E+00
34.160 6.245E+00 o o L 0.0254 66.17 1.045E-01 1.502E+00
35.312 6.041E+00 7.3704 0.0193 66.35 7.619E-02 1.055E+00
36.474 5.849E+00 7.3796 0.0092 66.43 7.304E-02 9.931E-01
37.792 5.645E+00 73999 0.0203 66.61 1.002E-01 1.310E+00
39.180 5.445E+00 7.4223 0.0223 66.81 9.827E-02 1.231E+00
40.537 5.262E+00 7.4375 0.0152 66.95 6.536E-02 7.866E-01
41.850 5.097E+00 7.4436 0.0061 67.01 4.674E-02 5.507E-01
43.272 4.930E+00 74527 0.0091 67.09 5.442E-02 6.208E-01
44.833 4.758E+00 7.4629 0.0102 67.18 7.210E-02 7.952E-01
46.411 4.596E+00 7.4772 0.0143 67 a31 8.780E-02 9.396E-01
49.685 4.294E+00 7.5108 0.0336 67.61 1.417E-01 1.498E+00
60.457 3.529E+00 7.6954 0.1846 69.27 3.102E-01 2.740E+00
B80. 715 2.643E+00 8.1516 0.4562 73,38 6.477E-01 4_.155E+00
108.112 1.973E+00 8.7852 0.6336 79.08 1.069E+00 4.927E+00
1:43.7752 1.484E+00 9.4010 0.6157 84.63 1.356E+00 4_.598E+00
182.373 1.109E+00 9.9184 0.5174 89.28 1.463E+00 3.667E+00
263.158 8.106E-01 10.3298 0.4114 92.99 1.444E+00 2.602E+00
368.616 5.787E-01 10.6163 0.2865 95.57 1.332E+00 1.693E+00
521.716 4.089E-01 10.8042 0.1879 97.26 1.225E+00 1.108E+00
731.139 2.918E-01 10.9324 0.1282 98.41 1.198E+00 7.733E-01
995.095 2.144E-01 11.0150 0.0826 99.16 1.146E+00 5.444E-01
1303, 367 1.637E-01 11.0655 0.0505 99.61 1.028E+00 3.756E-01
1643.828 1.298E-01 11.0954 0.0299 99.88 8.151E-01 2.313E-01
2006.106 1.063E-01 11.1075 0.0121 99.99 4.161E-01 9.249E-02
2383.331 8.951E-02 11.1088 0.0013 100.00 7.569E-02 1.372E-02
2771.401 7.697E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
3169.713 6.730E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
3579.893 5.959E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
4000.255 5.333E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
4427.312 4.818E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
4860.625 4.389E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
5301.240 4.024E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
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version 5.10

ICMABSKF34-3-708-0.4 File Name 343708H Merged
0.0128 grams Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vel. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv(d) -dv/d(log d}
Diameter Intruded Volume Intruded
[PSI] [pm] [ce/g] [cc/g] % [cc/ (pm-g)] [ec/g]

5749.272 3.710E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
6203.754 3.439E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
6664.850 3.201E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
7133.200 2.991E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
7608.856 2.804E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
8092.450 2.636E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
8584.254 2.485E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
9084.247 2.348E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
9594.182 2.223E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
10113.619 2.109E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
10641.522 2.005E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
11177.395 1.909E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
11721.059 1.820E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
12272 .207 1.738E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
12830.725 1.663E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
13396.688 1.592E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
13969.129 1.527E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
14546.319 1.467E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
15128.312 1.410E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
15716.274 1.357E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
16312.030 1.308E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
16916.088 1.261E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
17528.006 1.217E-02 111088 0.0000 100.00 0.000E+00 0.000E+00
18147.529 1.175E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
18775.639 1.136E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
19412.143 1.099E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
20056.416 1.064E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
20708.133 1.030E-02 11.1088 0.0000 100.00 0.000E+00 0.000E+00
21367.203 9.984E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
22033.197 9.682E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
22705.154 9.395E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
23379.914 9.124E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
24056.467 8.868E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
24737.994 8.623E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
25441.430 8.385E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
26207.201 8.140E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
27065.492 7.882E-03 11.1088 0.0000 100.00 0.000E+00 0.000E+00
28023.023 7.612E-03 11.1088 0.0000 100.00 1.468E-03 2.661E-05
29111.566 7.328E-03 11.1088 0.0000 100.00 3.697E-03 6.260E-05
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343708H Merged
0000 cc

Bulk Sample Volume 1

-0.4 File Name

ICMABSKF34-3-708
0128 grams

0.

Sample Weight

Sample ID

Sample Description

Comments

(1)140.00°,(E)140.00°

11

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

(Scan Mode)

Moving Peoint Avg.

0.000 % FsS
ISMAEL

Mercury volume normalized by sample weight.

Pore Size Histogram

Intr. Volume vs.

Norm.

1.1507

L. 035%

0.9206

0.8055 |-

0.6904 |-

(b/02]

0.5754

0.4603

SUMTOA POZTTEWION

0. 3452

0.2301

6E-3

Diameter [um]
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Sample Description

Comments

(I)140.00°,(E)140.00°
51

Hg Contact Angle
Moving Point Avg.

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol.

Operator

(Scan Mode)

0.000 % FsS
ISMAEL

Mercury volume normalized by sample weight.

Pore Size

Normalized Volume vs.

11.664

SUMTOA POZTTRWION

[pm]

Diameter
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343708H Merged
0000 cc

Bulk Sample Volume 1.

708-0.4 File Name

_3_

ICMABSKF34
0.0128 grams

Sample Weight

Sample ID

Sample Description

Comments

00°

(1)140.00°, (E) 140

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol

Operator

(Scan Mode)

Mercury volume normalized by sample weight.

11

Moving Point Avg.

0.000 % FS
ISMAEL

Pore Size

Percent Intruded Volume vs.

105.00

73.50 ¢

63.00 |4t-i-i

[8] sumToA

52.50

42.00

pPepnIIUI JuUsDIBg

31.50 ¢

2300

1E-1

10

1000

Diameter [um]
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0000 cc

-

343708H Merged

Bulk Sample Volume 1

-708-0.4 File Name

3

ICMABSKF34-
0.0128 grams

Sample ID
Sample Weight

Sample Description

Comments

(I)140.00°, (E)140.00°

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)

0.000 & FS Moving Point Avg. 11
ISMAEL

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

Surface Area vs.

14.575 |
12.956

[B/ ,m1] e8xy soeIINg

Diameter [um]
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343708H_Merged

-708-0.4 File Name
Bulk Sample Volume 1.0000 cc

3

ICMABSKF34-
0.0128 grams

Sample ID
Sample Weight

Sample Description

Comments

(I)140.00°,(E)140.00°

11

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)

0.000 % FS Moving Point Avg.
ISMAEL

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

Surface Area vs.

14.575 ¢

12 .95%

9l

[B/ ,m1] e8ay soeIINg

4.858

3.239

1.619

Diameter [pum]



