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, (E)140.00°
{Scan Mode)

(I)140.00°
Mercury volume normalized by sample weight.

11

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

Moving Point Avg.

0.000 % FS
ISMAEL

Minimum Delta Vol.

Operator

Pore Size

-dv/dlogD vs.

5.6893

5.1204

4..5515
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3.4136
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2.8447

(p)boTP/AP

1.7068

1. 1378

0.5689

0.0000

Diameter [um]
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Report date: 02/12/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

ICMABSKF35-6-708-0.4 File Name 356708H_Merged
0.0137 grams Bulk Sample Volume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Interpolated Intrusion Pore Size
Mean Pore Vol Hg % Volume -dV/(log d) Surf Area
Pressure Diameter in Interval in Interval in Interval
[PSI] [pm] [cc/q] [cc/ (pm=g) ] [m?/q]
28283.90 7.084E-03 - 8.000E-03 0.0000 0.0 0.0000 0.0003
25096.73 8.000E-03 - 9.000E-03 0.0000 0.0 0.0000 0.0003
22454.97 9.000E-03 1.000E-02 0.0000 0.0 0.0000 0.0003
14221.48 1.000E-02 2.000E-02 0.0000 0.0 0.0000 0.0003
8532.89 2.000E-02 3.000E-02 0.0000 0.0 0.0000 0.0003
6094.92 3.000E-02 4,.000E-02 0.0000 0.0 0.0000 0.0003
4740.49 4.000E-02 5.000E-02 0.0000 0.0 0.0000 0.0003
3878.59 5.000E-02 6.000E-02 0.0000 0.0 0.0000 0.0003
3281.88 6.000E-02 7.000E-02 0.0000 0.0 0.0000 0.0003
2844.30 7.000E-02 8.000E-02 0.0009 0.0 0.0008 0.0460
2509.67 8.000E-02 9.000E-02 0.0027 0.1 0.0026 0.1740
2245.50 9.000E-02 1.000E-01 0.0048 0 0.0047 0.3756
1422.15 1.000E-01 2.000E-01 0.0774 1.5 0.0939 2.4560
853:29 2.000E-01 3.000E-01 0.0987 2.0 0.1639 4.0506
609.49 3.000E-01 4.000E-01 0.1144 2.3 0.2510 5.3619
474.05 4.000E-01 - 5.000E-01 0.1291 2.6 0.3722 6.5120
387.86 5.000E-01 - 6.000E-01 0.1381 2.8 0.5321 103227
328.19 6.000E-01 - 7.000E-01 0.1429 2.9 0.7638 8.4025
284.43 7.000E-01 - 8.000E-01 0.1442 2.9 11542 9.1740
250.97 8.000E-01 - 9.000E-01 0.1442 2.9 2.0432 9.8539
224.55 9.000E-01 - 1.000E+00 0.1417 2.8 6.3599 10.4500
142.21 1.000E+00 - 2.000E+00 1.1995 24.0 -6.8116 13.8447
85.33 2.000E+00 3.000E+00 0.9305 8.6 -2.3384 15.3664
60.95 3.000E+00 4.000E+00 0.6813 3.6 =1.,2522 16.1587
47.40 4.000E+00 5.000E+00 0.2944 5.9 -0.4507 16.4326
38.79 5.000E+00 6.000E+00 0.0141 0.3 -0.0191 16.4426
32.82 6.000E+00 7.000E+00 0.0107 0.2 -0.0132 16.4493
28.44 7.000E+00 8.000E+00 0.0167 0.3 -0.0191 16.4583
25.10 8.000E+00 9.000E+00 0.0120 0.2 -0.0129 16.4639
22.45 9.000E+00 1.000E+01 0.0076 0.2 -0.0078 16.4671
14.22 1.000E+01 2.000E+01 0.0302 0.6 -0.0257 16.4757
8453 2.000E+01 3.000E+01 0.0144 0.3 -0.0103 16.4781
6.09 3.000E+01 4.000E+01 0.0020 0.0 -0.0013 16.4783
4.74 4.000E+01 5.000E+01 0.0167 0.3 -0.0101 16.4797
3.88 5.000E401 6.000E+01 0.0184 0.4 -0.0106 16.4811
3.28 6.000E+01 7.000E+01 0.0166 0.3 -0.0092 16.4821
2.84 7.000E+01 8.000E+01 0.0155 0.3 -0.0083 16.4829
2.51 8.000E+01 9.000E+01 0.0167 0.3 -0.0086 16.4837
2:25 9.000E+01 1.000E+02 0.0153 0.3 -0.0077 16.4844
1.42 1.000E+02 2.000E+02 0.2316 4.6 -0.1064 16.4909
0.85 2.000E+4+02 3.000E+02 0.1463 2.9 -0.0610 16.4933
0.61 3.000E+02 4.000E+02 0.0957 1.9 -0.0376 16.4944
0.47 4.000E+02 5.000E+02 0.0361 0.7 -0.0136 16.4948
0.39 5.000E+02 6.000E+02 0.0141 0.3 -0.0052 16.4949
0.33 6.000E+02 7.000E+02 0.0052 0.1 -0.0019 16.4949
0.28 7.000E+02 8.000E+02 0.0022 0.0 -0.0008 16.4949
0.25 8.000E+02 9.000E+02 0.0030 0.1 -0.0010 16.4949
0.22 9.000E+02 1.000E+03 0.0018 0.0 -0.0006 16.4949
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Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID ICMABSKF35-6-708-0.4 File Name 356708H_Merged

Sample Weight 0.0137 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°,(E)140.00°
Minimum Delta Vol. 0.000 % FS Moving Peoint Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Interpolated Intrusion Pore Size

Vol. in pores with diameter greater than 999.99997 pum = 0.0104 cc/g
Vol. in pores with diameter between 999.99997 and 0.00708 pum = 4.9878 cc/g
Vol. in pores with diameter smaller than 0.00708 pm = 0.0000 cc/g

Total pore volume intruded = 4.9982 cc/g
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Report date: 02/12/2010 Merged File

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID ICMABSKF35-6-708-0.4 File Name 356708H_Merged

Sample Weight 0.0137 grams Bulk Sample Volume 1.0000 cc

Sample Description

Comments

Hg Surface Tension 480.00 erg/cm? Hg Contact Angle (I)140.00°,(E)140.00°
Minimum Delta Vel. 0.000 % FS Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.

Standard Report

Data Acquisition Parameters

Density of Mercury ..... 13.5000 [g/cc]
TemperatUre ......eceuan 20.00 [°cl

High Pressure

Data File Name ........ 356708H.PRM

Bnalysis Date .... 02/09/2010

# of repeat cycles .... 0
Penetrometer Constant . 1544 [mV/cc]
Auto-0il Fill Time .... 5 [sec]
Run Mode ....uvceeunnnnn Fixed Speed
Motor Speed ........... 20

Low Pressure

Data File Name ........ 356708.PRM
Bnalysis Date .... 02/09/2010

# of repeat cycles .... 0
Penetrometer Constant . 1721 [mV/cc]
Evacuation Rate ....... 10

Fine Evac. Until ...... 2.0000 [min.]
Coarse Evac. Until .... 5.0000 [min.]

882 Points Acquired 555 Pts in Intrusion Range 327 Pts in Extrusion Range
879 Points Used 554 Intrusion Pts Used 325 Extrusion Pts Used

Intrusion Statistics

0.200 PSIA to 30111.725 PSIA
1068.828857 pm to 0.007084 pm

Pressure Range
Pore Diameter Range

Pore Diameter Statistics Summary

Mean Mode Median
(df/dD)
| 3.621E+00 cc/g [1.555E+00 cc/(pm-g) | 2.504E+00 cc/g
Volume | at a diameter of | at a diameter of | at a diameter of
| 1.210E+00 pm | 6.446E-01 um | 2.126E+00 pm
| 5.162E+00 m2/g |1.189E+01 m2?/ (pm-g) | 8.247E+400 m?/g
Surface Area | at a diameter of | at a diameter of | at a diameter of
| 1.210E+00 pm [ 1.257E-01 pm | 6.913E-01 um
Pore | 6.202E-03 | 2.537E+02 | 5.005E-01
Number | at a diameter of | at a diameter of | at a diameter of

Fraction | 1.210E+00 pm | 1.842E-01 pm | 2.182E-01 pm
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ICMABSKF35-6-708-0.4
0.0137 grams

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?

File Name 356708H_Merged
Bulk Sample Volume 1.0000 cc

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)
Mercury volume normalized by sample weight.

rd Report

Mercury Porosimetry Data Summary

Minimum Delta Veol. 0.000 % FS
Operator ISMAEL

Standa
Total Intruded Volume 4.9982 cc/g

Total Surface Area 16.4949 m?/g

Extrusio

Pressure Range
Pore Diameter Range

Pore Diameter

Mean

| 4.998E+00 cc/g |3
at a diameter of |

| 1.661lE+00 pm |
| 1.649E+01 m2/g 19
| at a diameter of |
| 1.661E+00 um |

Pore | 5.274E-03
Number | at a diameter of |
Fraction | 1.661E+00 um |

Bulk (Particle)
Apparent Density

n/a [g/cc]
n/a [g/cc]

Density

n Statistics

29689.104 PSIA to 43.418 PSIA
0.007185 pm to 4.913220 pm

H

Statistics Summary

Mode
(df/dD)
.466E-01 cc/(pm-g) | 4.500E+00 cc/g
at a diameter of | at a diameter of
9.909E-01 pm | 5.594E-01 um
.255E-01 m?/(um-g) | 1.530E+01 m2/g
at a diameter of | at a diameter of
6.818E-01 um | 1.371E-01 pm
4.880E+02 | 5.038E-01
at a diameter of | at a diameter of
6.818E-01 um | 8.247E-01 pm
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ICMABSKF35-6-708-0.4 File Name 356708H_Merged
0.0137 grams Bulk Sample Veolume 1.0000 cc

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d{(log d)
Diameter Intruded Volume Intruded

[PSI] [pm] [cc/g] [cc/g] % [cc/ (pm-qg) ] [cc/g]
0.200 1.069E+03 0.0104 0.0104 0.21 9.869E-06 3.099E-02
0.301 7.075E402 0.0171 0.0066 0.34 3.607E-05 6.850E-02
0.411 5.194E+02 0.0323 0.0152 0.65 1.635E-04 2.275E-01
0,553 3.856E+02 0.0807 0.0484 1.62 5.516E-04 5.551E-01
0.910 2.344E+02 0.2555 0.1748 5:11 1.415E-03 7.879E-01
1.569 1.359E+02 0.4530 0.1976 9.06 2.480E-03 7.092E-01
2.412 8.846E+01 0.5641 0.1111 11.29 2.543E-03 4.533E-01
3.362 6.344E+01 0.6040 0.0399 12.08 1.850E-03 2.624E-01
4,338 4.917E+01 0.6306 0.0266 12.62 1.934E-03 2.137E-01
5.180 4.118E+01 0.6448 0.0142 12.90 1.344E-03 1.196E-01
6.102 3.496E+01 0.6477 0.0028 12.96 4.367E-04 3.134E-02
7.066 3.019E+01 0.6477 0.0000 12.96 3.812E-04 2.956E-02
7.894 2.702E+01 0.6505 0.0029 13.02 1.274E-03 8.255E-02
8.679 2.458E+01 0.6553 0.0048 13.11 1.723E-03 9.663E-02
9.481 2.250E+4+01 0.6582 0.0029 13179 1.322E-03 6.800E-02
10.337 2.064E+01 0.6601 0.0019 13.21 1.795E-03 8.870E-02
1155 1.912E+01 0.6648 0.0047 13.30 2.989E-03 1.316E-01
12.000 1.778E+01 0.6686 0.0038 13.38 1.697E-03 6.702E-02
12.884 1.656E+01 0.6686 0.0000 13.38 3.987E-04 1.634E-02
2 SCURT LT 1.551E+01 0.6696 0.0009 13.40 2.660E-03 9.860E-02
14.613 1.460E+01 0.6743 0.0047 13.49 5.962E-03 2.019E-01
15.340 1.391E+01 0.6791 0.0047 13,59 5.096E-03 1.628E-01
16.034 1.330E+01 0.6809 0.0019 13.62 5.257E~03 1.635E-01
16.861 1.265E+01 0.6857 0.0047 13012 6.653E-03 1.936E-01
17774 1.200E+01 0.6895 0.0038 13.79 3.488E-03 9.378E-02
18.628 1.145E+01 0.6895 0.0000 13.79 0.000E+00 0.000E+00
19.509 1.093E+01 0.6895 0.0000 13779 0.000E+00 0.000E+00
20.419 1.045E+01 0.6895 0.0000 13719 2.633E-03 6.591E-02
21.340 9.996E+00 0.6923 0.0028 13.85 7.584E-03 1.777E-01
22.309 9.562E+00 0.6971 0.0047 13,95 9.230E-03 2.023E-01
23.252 9.174E+00 0.6999 0.0028 14.00 4.422E-03 9.111E-02
24,098 8.852E+00 0.6999 0.0000 14.00 6.659E-03 1.389E-01
24.979 8.540E+00 0.7047 0.0047 14.10 1.356E-02 2.685E-01
25.955 8.219E+00 0.7094 0.0047 14.19 1.404E-02 2.665E-01
26.912 7.927E+00 D./132 0.0038 14.27 1.577E-02 2.893E-01
27.811 7.670E+00 0.7180 0.0047 14.36 1.682E-02 2.972E-01
28.797 7.408E400 0.7218 0.0038 14.44 1.576E-02 2.699E-01
29.945 7.124E400 0.7265 0.0047 14.54 1.714E-02 2.821E-01
31.141 6.850E+00 0.7312 0.0047 14.63 9.731E-03 1.511E-01
32.380 6.588E+00 0.7312 0.0000 14.63 3.370E-03 5.127E-02
33.654 6.339E+00 0.7322 0.0010 14.65 1.069E-02 1.597E-01
34.935 6.106E+00 0.7370 0.0048 14.74 2.122E-02 2.994E-01
36.208 5.892E+00 0.7418 0.0048 14.84 2.243E-02 3.052E-01
37.536 5.683E+00 0.7465 0.0047 14.94 2.368E-02 3.110E-01
38.847 5.491E+00 0.7512 0.0047 15.03 1.614E-02 2.021E-01
40.067 5.324E400 0.7522 0.0009 15.05 5.057E-03 6.046E-02
41.227 5.174E+00 0.7522 0.0000 15.05 2.399E-03 2.958E-02
42.571 5.011E+00 0.:7531 0.0009 15.07 1.449E-02 1.707E-01
44.096 4.83B8E+00 0.7579 0.0047 15.16 5.432E-02 6.140E-01



Page 2
Report date: 02/12/2010 Merged File
Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report
version 5.10

Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS
Operator ISMAEL

ICMABSKF35-6-708-0.4 File Name 356708H_Merged
0.0137 grams Bulk Sample Volume 1.0000 cc

Hg Contact Angle (I)140.00°,(E)140.00°
Moving Point Avg. 11 (Scan Mode)
Mercury volume normalized by sample weight.

Pore Size Distribution By Volume - Intrusion

Printing one out of every 5 data points.

Pressure Pore Volume Delta % Volume Dv (d) -dv/d(log d)
Diameter Intruded Volume Intruded
[PSI] [pm] [cc/g] [cc/g] % [ce/ (pm-g) ] [ec/g]
45,609 4,677E+00 0T H2T 0.0142 15.45 1.223E-01 1.337E400
47.397 4.501E+00 0.8085 0.0364 16.18 2.862E-01 3.116E+00
55.018 3.877E+00 1.1156 0.3071 22,32 5.308E-01 4.974E+00
71.377 2.989E+00 1.7383 0.6227 34.78 7.700E-01 5.418E+00
94.840 2.249E+00 2.4080 0.6698 48.18 9.909E-01 5.113E+00
126411 1.688E+00 2.9918 0.5837 59.86 1.148E+00 4.445E+00
170741 1.24%E+00 s s 124 B b 0.5293 70.45 1.321E+00 3.778E+00
235.071 9.075E-01 3.9900 0.4689 79.83 1.486E+00 3.046E4+00
330.962 6.446E-01 4.3689 0.3788 87.41 1.555E+00 2.222E+00
472.314 4.517E-01 4.6343 0.2654 92.72 1.484E+00 1.460E+00
668.860 3.189E-01 4.7936 0.1593 95.91 1.297E+00 8.974E-01
921.312 2.315E-01 4.8829 0.0893 97.69 1.102E+00 5.609E-01
1277 w205 1.747E-01 4.,9352 0.0524 98.74 9.642E-01 3.73%E-01
1555.897 1.371E-01 4.9659 0.0307 09,35 8.270E-01 2.528E-01
i L 1 s % 1.115E-01 4.9833 0.0174 99.70 6.725E-01 1.682E-01
2287.126 9.327E-02 4.,9933 0.0100 99.90 4.837E-01 1.002E-01
2671.949 7.984E-02 4.9974 0.0041 99.98 2.492E-01 4,.310E-02
3067.853 6.953E-02 4,9982 0.0008 100.00 6.884E-02 1.004E-02
3476.481 6.136E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
3896.725 5.474E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
4325,529 4.932E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
4761.499 4.480E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
5204.500 4_099E-02 4.9982 0.0000 100.00 0.000E4+00 0.000E+0Q0
5654.547 3.773E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+0Q0
6110.820 3.491E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
6572.919 3.245E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+0Q0Q
7041.703 3.029E-02 4.,9982 0.0000 100.00 0.000E+00 0.000E+0Q0
T h1BL 00T 2.837E-02 4.9982 0.0000 100.00 0.000E+0Q0 0.000E+00
B001.656 2.666E-02 4,9982 0.0000 100.00 0.000E+00 0.000E+00
8492.617 2.512E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+0Q0
8991.005 2.373E-02 4.9982 0.0000 100.00 0.000E4+00 0.000E+4+00
9497.944 2.246E-02 4.,9982 0.0000 100.00 0.000E+0Q0 0.000E+00
10013.351 2.130E-02 4,9982 0.0000 100.00 0.000E+00 0.000E+00
10536.840 2.025E-02 4.9982 0.0000 100.00 0.000E+0Q0 0.000E+00
11068.334 1.927E-02 4.9982 0.0000 100.00 0.000E+400 0.000E+00
11607.626 1.838E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
12154.358 1.755E-02 4,9982 0.0000 100.00 0.000E+00 0.000E+00
12708.656 1.679E-02 4,9982 0.0000 100.00 0.000E+00 0.000E+QO
13270.574 1.607E-02 4.9982 0.0000 100.00 0.000E+0Q0 0.000E+00
13839.840 1.541E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+0Q0
14415.932 1.480E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
14998.879 1.422E-02 4.9982 0.0000 100.00 0.000E+0Q0 0.000E+0Q0
15589172 1.368E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
16187.616 1.318E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
16793.596 1.270E-02 4,9982 0.0000 100.00 0.000E+00 0.000E400
17407.209 1.225E-02 4,9982 0.0000 100.00 0.000E+00 0.000E+00
18028.658 1.183E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
18658.164 1.143E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
19295.363 1.106E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
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Sample ID

Sample Weight
Sample Description
Comments

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol. 0.000 % FS

ICMABSKF35-6-708-0.4 File Name 356708H_Merged
0.0137 grams Bulk Sample Volume 1.0000 cc

Hg Contact Angle (I)140.00°, (E)140.00°
Moving Point Avg. 11 (Scan Mode)

Operator ISMAEL Mercury volume normalized by sample weight.
Pore Size Distribution By Volume - Intrusion
Printing one out of every 5 data points.
Pressure Pore Volume Delta % Volume Dv (d) -dv/d{log d)
Diameter Intruded Volume Intruded
[PSI] [pm] [cc/gl [cc/g] % [cc/ (pm-g) ] [cc/gl
19939.777 1.070E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
20590.961 1.036E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
21248.572 1.004E-02 4.9982 0.0000 100.00 0.000E+00 0.000E+00
21912.564 9.735E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
22581.652 9.447E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
23252.920 9.174E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
23926.805 8.916E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
24606.877 8.669E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
25299.439 8.432E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
26025.299 8.197E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
26833.279 7.950E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
27779.779 7.679E-03 4.9982 0.0000 100.00 0.000E+00 0.000E+00
28909.818 7.379E-03 4.9982 0.0000 100.00 7.221E-04 1.252E-05
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356708H Merged
0000 cc

Bulk Sample Volume 1.

708-0.4 File Name

6—

0.0137 grams

ICMABSKF35

Sample Description

Sample Weight
Comments

Sample ID

00°

(I)140.00°, (E)140

i

Hg Contact Angle
Moving Point Avg.

Hg Surface Tension 480.00 erg/cm?
Minimum Delta Vol

Operator

(Scan Mode)

0.000 % FsS
ISMAEL

.

Mercury volume normalized by sample weight.

Pore Size

Normalized Volume vs.

T

5.2482

4.,7233

4.1985

3.1489
2.6241
2.0993
1.5744
1.0496
0.5248
0.0000

[b/o2] swunToA POZTTEWION

Diameter [um]



Merged File

: 02/12/2010

Report date

version 5.10

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

356708H Merged
0000 cc

File Name

-708-0.4

ICMABSKF35-6

Sample ID

Bulk Sample Volume 1

0.0137 grams

Sample Weight

Sample Description

Comments

00°

(I)140.00°, (E)140

11
Mercury volume normalized by sample weight.

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

Minimum Delta Vol

Operator

(Scan Mode)

Moving Point Avg.

000 % Fs

0

ISMAEL

Pore Size Histogram

Intr. Volume vs.

Norm.

0.5859

.4687

0

-4101

0

3515
0.2929

0

[B/oo] sumToA

0.2344

pezTTeWION

0.1758

01172

0.058¢6

6E-3

0.0000

[pm]

Diameter



Merged File

: 02/12/2010

Report date

version 5.10

Quantachrome Corporation
Quantachrome Poremaster for Windows® Data Report

356708H Merged
0000 cc

Bulk Sample Volume 1.

708-0.4 File Name

6—

0.0137 grams

ICMABSKF35

Sample Weight

Sample ID

Sample Description

Comments

00°

(I)140.00°,(E)140

11
Mercury volume normalized by sample weight.

Hg Contact Angle

Hg Surface Tension 480.00 erg/cm?

(Scan Mode)}

Moving Point Avg.

0.000 % FS
ISMAEL

Minimum Delta Vol

Operator

Pore Size

Percent Intruded Volume vs.

94.50

[%]

52.50

sunToA PepnIjUI

Jjusdiad

21.00

10.50

Diameter [um]



Merged File

: 02/12/2010

Report date

version 5.10

Quantachrome Corporation

Quantachrome Poremaster for Windows® Data Report

0000 cc

-

356708H Merged

708-0.4 File Name
Bulk Sample Volume 1

66—

0.0137 grams

ICMABSKF35

Sample Weight

Sample ID

Sample Description

Comments

(I)140.00°, (E)140.00°

11

Hg Contact Angle

480.00 erg/cm?

0.000 & FsS
ISMAEL

Hg Surface Tension

(Scan Mode)

Mowving Point Avg.

Minimum Delta Vol.

Operator

Mercury volume normalized by sample weight.

Pore Size

Surface Area vs.

15.588

13.856

105392

[6/.;m] esay

8.660

20®JINg

3.464

1732

Diameter [um]



